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Swift heavy ion can achieve ultra-high density
energy deposition, which promotes various
chemical effects in materials. The cylindrical
energy deposition area along the trajectory is
called as "ion track". In polymeric materials, the
primary effects of radiation are dictated by the
balance between main-chain scissions and
cross-linking. The efficiency of these reactions has
been statistically and quantitatively discussed, and
very sophisticated statistical formulations have
been successfully applied for analysisr-6. These
formulations are, however, based on a
homogeneous spatial distribution of energy
deposited by the radiation, and reactive
intermediates of swift heavy ions have been
revealed to yield an exceptionally
non-homogenous release of kinetic energies of
incident particles in the form of ion tracks.
Crosslinking reactions in the limited space along
an ion trajectory result in a fabrication of I
dimensional nano-structure (nanowire), and the
formation of such nanowires by exposure of thin
films of crosslinking type polymers for radiation to
swift heavy ion has been reported; single particle
nano-fabrication technique (SPNT) 7-r r.
The direct observation and application of an ion
track in medium have much attracted in materials
science. The uses of chemical reactions in an ion
track have also been the prime choice for nuclear
etchingl2-16 and cancer radiotherapylT, resulting in
highly dense damage in materials. The solid-state
nuclear track detector used as radiation detection
expands and visualizes the damage in the polymer
material caused by the single particle reaction as
an ion track. Young reports the observation of the
nuclear division track in a lithium fluoride crystal
by etching and expanding the track with an acid
solutionr8. Price and Walker et al. show that
corrosion progressed along the ion trajectory in
mica by chemical etchingre. At the present, CR-39,
polycarbonate type polymer material indicated the
high sensitivity to a charged particle is developed
and utilizes for detection of the cosmi c ray"-" .
The energy deposition ofcharged particle to the
medium is often discussed by using track model. In
the ion track, half the energy is deposited in the
"core" region, which has a radius r", the other half
is deposited in the "penumbra," region, which has
a radius ro. The radius r. is determined by the Bohr
adiabatic condition, and the radius ro is determined
by the penetration of secondary electrons. The
target area is excited into a non-homogeneous field
of chemical reactions, known as the chemical core
of the ion track. The specific properties of ion
beams have been characterized by the linear
energy transfer (LET), given by the energy
deposition of an incident particle per unit length.
The LET of swift heavy ion is one of the factors
determining the radial sizes of the nanowires. J. L.
Magee et al. have been suggested coaxial energy
distribution of an ion track, which has core and
penumbra region, as follows.
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Here, p" and 4 are the deposited energy density
in the core and penumbra areas, and e is an
exponential factor. At the center core of the ion
track, the deposited energy density is greater than
in the outer penumbra region. It is expected that
the distribution of cross-linking points in an ion
track will reflect the radial energy density, and that
the number of cross-linking points in the core will
be much larger than in the penumbra. The radial
margins of the nanowires therefore lie in the
penumbra area, where cross-linking occurs by
energy deposition from secondary electrons.
It is expected that the polymers form a gel in
this region, with one crosslinking point per
polymer chain at the outer radial boundary. The
deposited energy density (h) at r is therefore
adopted as the critical energy density of gelation
for polymers.
Therefore, the average sizes of the nanowires
were well interpreted by the theoretical model,
considering the energy distribution in an ion track,
efficiency of cross-linking reaction (G values
(number of reactions per 100 eV of absorbed
dose): G(x)), molecular weight of the target
polymers22.
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where p is the density of polymers m and k are
the mass of monomer unit and the degree of
polymerization, respectively, and A is the
Avogadro's number. Thus, the radial sizes of
nanowires can be easily controlled by changing
LET of ion beam and molecular weight of
polymer.
Ion-beam inadiation of films based on
polymeric materials has been shown to cause
cross-linking reactions, leading to the forrnation of
a polymer gel containing lD nanostructure. A
single ion particle can fabricate one nanostructure
along its trajectory. The non-cross-linked polymer
can be removed by an appropriate solvent, utilizing
the difference in solubility. Due to its flexibility,
the fabricated nanowires are no longer standing
and are knocked down on the substrate, observed
as 2D images by using atomic force microscope
(AFM) or scanning electron microscope (SEM).
The length, number density, and radius of the
nanowires can be controlled by changing several
parameters for the inadiated ion and the film based
on target polymers. Especially, the cross-section of
the nanowire is entirely dependent on the LET of
incident ions and molecular weight of target
polymers.
This article is composed in three chapters, and
discussed about the fabrication and
functionalization of the nano-structures based on
bio-macromolecules and synthetic polymers by
using single ion reaction.
In the chapter 1, formation of nm-sized
bio-macromolecular nanowires based on the
proteins is demonstrates. The size controllability of
the protein nanowires is discussed in film length,
fluence and deposited energy density of charged
particle, and the efficiency of the crosslinking
reaction of the proteins. The inner structure and
characteristics of protein nanowires are also
evaluated. There are many functional materials
damaged and decomposed by radiation, and cannot
be formed the nanowires by SPNT. Therefore,
fabrication of functional nanowires is performed
by using the mixture film based on functional
materials and cross-linking type polymer for
radiation. Size control of nanowires and
improvement of cross-linking efficiencies is
performed by using chemical modification of
polymer materials and y ray inadiation in chapter 2.
On the other hand, fabrication of functional
nanowires is demonstrated by using
post-modification of the surface nanowires.
Polystyrene derivative which has reactive groups is
utilized in the fabrication of 1D-nanostructures by
SPNT. After fabrication, reactive moieties on the
surface of nanowires quantitatively are modified
via chemical reactions, leading to the fabrication of
lD-protein nanowires and 2D-protein arrays in
chapter 3
2. Fabrication Control of Nanowires
in the SPNT
2-1. Leneth Control
In fabrication process of nanowires by the SPNT,
the cross-linking reactions are promoted along the
ion track. The observed nanowires after
development are visualized the trajectory of the
incident particle in polymer film. The length of
nanowires is reflected the thickness of the target
polymer film as shown in figure i2-1. Therefore,
the SPNT can achieve the fabrication of any length
of nanowires with uniformity in large area, if the
target film can be formed and the fabricated
nanowires indicate the sufficient mechanical
strength. Seki and Watanabe reports the fabrication
nanowire
Figure i2-1. The length control of nanowires in the
SPNT; the length of nanowire is reflected the film
thickness.
2-2. Number Density Control
The most distinctive feature of the SPNT is a
fabrication method of nanowire by utilizing the
single particle reaction. Single particle can produce
one nanostructure unless trajectories of particles
overlap one another. Due to correspond the number
of incident particles and nanostructures, the
number density of nanowires can be controlled by
the radiation dose as shown in fisure i2-2.
Figure i2-2. The number density control of
nanowires in the SPNT; the number density of
nanowires is reflected the radiation dose.
of long nanowires (> 10 pm) based on negative














































In the ion track, the energy is deposited in the
core and penumbra regions. Figure i2-3(a) shows
the correlation between energy density and the
distance from the center of the ion track. In core
region, energy distribution is uniform. On the other
hand, in penumbra region, energy density is
decreased with increasing the distance from the
center of the ion track. On the development
process, the nanowire is knocked down on the
substrate. The interaction between nanowire and
surface ofthe substrate triggered the change ofthe
shape of confirmed nanostructure. Assuming that
the nanowire cross-section is a simple ellipse, the
radius r is defined as follows.
, = J;,"h
Here, the values, 11 and 12, is defined as the
half-width and half-height at half-maximum of the
cross-sectional profile from the AFM
measurement.
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Figure i1-3. (a) The correlation between energy
density and the distance from the center of the ion
track. The factors affect the radius of nanowires;
(b) molecular weight, (c) linear energy transfer of








The size (radius) of nanowires formed by the
SPNT is quantitatively affected by the molecular
weight, cross-linking efficiency of polymer
molecules and the value of linear energy transfer
(LET) of incident ion.
In face of fabrication from the polymer materials
with different molecular weights, the number of
cross-linking points required for gelling changes
with molecular weights of polymer chains.
Therefore, the threshold value of gelling is
decreased as the molecular weight is increasing in
figure i2-3(b).
The radius ofnanowires can also be changed by
selecting the values of linear energy transfer (LET),
The higher-LET ion beam maintains elevated
energy densities to a greater radial distance
compared to the lower-LET ion beam as shown in
figure i2-3(c).
The sensitivity to radiation changes with
polymer materials. The cross-linking efficiency:
G(x) is the one of the factors to evaluate the
sensitivity for radiation. G(x) indicates the
efficiency of crosslinking reactions induced by
irradiation (number of reactions per 100 eV energy
absorbed). The polymer cross-linking reactions at
the boundary of nanowires appears to be the
principal factor determining the size of the final
nanowires. The threshold value of gelling is
decreased as the cross-linking effrciency of
polymer material is increasing in figure i2-3(d).
3. Accelerators
A particle accelerator is a device to accelerate
charged particles by using the electromagnetic
fields. Accelerators can be classified as
Dtslance from the center ol rorr track /
electrostatic and oscillating field accelerators.
Electrostatic accelerators use static electric fields
to accelerate particles. On the other hand,
oscillating field accelerators use radio frequency
electromagnetic fi elds.
3-1. Electrostatic Particle Accelerators
The charged particles are accelerated by using a
static high voltage potential. The acceleration
energy is regulated by the applied voltage, but the
electrostatic accelerator is the only device
generating the continuous beam. There are two
methods to achieve the high voltage as
Cockcroft-Walton and Van de Graaf senerator.
Cockcroft-Walton generator
In 7932, Cockcroft and Walton used for the first
transmutation experiments with artificially
accelerated particles (proton). Figure i3-1(a) shows
the system generating the high voltage and
overview of acceleration device. The
Cockcroft-Walton generator consists of the voltage
multiplier ladder network of capacitors and diodes.
This generator is a voltage multiplier that converts
electrical power from a low voltage to a higher DC
voltage. The peak in the acceleration voltage is
depended on the dielectric strength voltage, and
generally shows the value around 1 MeV in the
atmosphere.
Van de Graaf generator
The idea for generating high-voltage by
transporting and accumulating the charge with
insulated belt and rotating disk existed in the lTth
century or even before. ln 7929, Van de Graaff
utilized this system and developed the high voltage
generator. This generator consists of an insulated
belt and a hollow metal sphere anchored by the
insulated materials as shown in figure i3-l(b). The
belt is passed the charges from the corona
discharges on the grounded electrode. The charges
are transported and discharged to the metal sphere.
The charges are accumulated on the surface of the
metal sphere until the capacitance is filled. The
difference of potential is approximately equal to
the sphere's radius multiplied by the electric field
where corona discharges begin to form within the
surrounding gas.
Figure lS-1. (])Cockcroft-Walton type and (b)Van
de Graaf type generator achieving the high voltage
utilized in the electrostatic particle accelerators
3-2. Oscillating Field Particle Accelerators
Due to the limitation of the applied voltage
between electrodes from the various practical
problems, there is an acceleration voltage ceiling
(b)
ofthe electrostatic particle accelerators. In order to
accelerate particles to higher energies, oscillating
field is used. In oscillating field particle
accelerators, the electrodes can be arranged to
accelerate particles in a line (linear particle
accelerator) or circle (cyclotron).
Linear particle accelerators
A linear particle accelerator (linac) is a type of
particle accelerator that greatly increases the
velocity of charged particles by applying the
oscillating electric potentials along a linear
beamline as shown in figure i3-2(a). Linac is
capable of accelerating heavy ions to energies
exceeding those available in ring-type accelerator
(cyclotron), which are limited by the strength of
the magnetic fields required to maintain the ions
on a curved path.
Cyclotrons
The cyclotron is one of the earliest types of
particle accelerators, and is still used as the first
stage of some large multi-stage particle
accelerators. Cyclotron accelerates the charged
particle using a high frequency alternating voltage
which is applied between two electrodes called
"dee" as shown in figure i3-2(b). A static magnetic
field B is applied in perpendicular direction to the
electrode plane resulting particles to penetrate the
accelerating voltage many times at the same phase.
In order to accelerate the particles, the voltage
frequency is needed to match the particle's
cyclotron resonance frequency. This frequency is
given by centripetal force and magnetic Lorentz
force. The particles increase their kinetic energy




Figure i3-2. lllustration of the line and circle type
oscillating field particle accelerators; (a) Linear
particle accelerator (linac) and (b) cyclotron
3. Other Synthesis Methods of
Nanowires
3- 1. Template-Assisted Method
The template-assisted synthesis of nanowires is
a conceptually simple and intuitive way to
fabricate nanostructures. Many kind of materials;
metal, organic materials, and bio-macromolecules
are fabricated the nanowires by using this methods.
These templates contain very small cylindrical
pores or voids within the host material, and the
empty spaces are filled with the chosen material,




nanowires as shown in figure i3-1. There are many
methods (chemical, electrochem ical23-24, and vapor
deposition2s) filling the templates with the
materials. This method can easily control the
radius and length of nanowire by changing the






Figure i3-2. lllustration of the vapor-liquid-solid(VLS) method to fabricate the anisotoropic
semiconductor nanowires.
3-3. Electro-Spinning Method
The electro-spinning method is driven by the
electrical forces on charges inside a polymeric
liquid. In electro-spinning, the force is generated
by the interaction of an applied electric field with
the electrical charge canied by the spinning tip.
When the free charges in the liquid polymer, which
are generally ions, move in response to the electric
field, they quickly transfer a force to the polymer
liquid. Finally, the elongation of the fiber resulting
from an applied force leads to the formation of
uniform fibers with nanometer-scale diameters as
shown in figure i3-3. The nanowires fabricated by
using this method are utilized in medical,
material2e and catalvst science30.
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Figure i3-3. lllustration of the electro-spinning
method method to fabricate the nanowires from
the polymer solution.
3 -4. Self-Assembling Method





Figure i3-1. lllustration of the template-assisted
method to fabricate the nanowires.
3-2. Vapor-Liquid-Solid (VLS) Method
Some of the recent successfully synthesized
semiconductor nanowires are based on the
vapor-liquid-solid (VLS) mechanism of
anisotropic crystal growth26-28. This mechanism is
first proposed for the growth of single crystal
silicon. The growth mechanism of semiconductor
nanowires begins the absorption of source material
from the gas phase into a liquid droplet of catalyst.
The nucleation generates a solid precipitate of the
source material. This seed serves as a preferred site
for further deposition of material at the interface of
the liquid droplet, promoting the elongation of the
seed into a nanowire as shown in figure i3-2.
Due to the liquid droplet catalyzes the
incorporation of material from the gas source to
the growing crystal, the deposit grows
anisotropically.
molecules indicated the self-assemble ability has
been reported. These self-assembling molecules
adopt the fixed aggregation form under the specific
conditions; concentration, temperature, and pH, as
shown in figure i3-4. In the case of small
semiconductor molecules, there is great interest of
fabrication of lD-nanowires by using
n-n interactions between planar aromatic
molecules because the aggregation theoretically
resulting the high mobilities in electronic
devices3l.
nonchromatographic methods, and bestereospecifi c
(but not necessarily enantioselective). The required
process characteristics include simple reaction
conditions (ideally, the process should be
insensitive to oxygen and water), readily available
starting materials and reagents, the use of no
solvent or a solvent that is benign (such as water)
or easily removed, and simple product isolation.
Purification - if required - must be by
nonchromatographic methods, such as
crystallization or distillation, and the product must
be stable under physiological conditions."
Therefore, the name of 'Click' was coined to show
not the specific reaction, but the principle
demanded by the fields of modern chemistry in
particular, drug discovery.
4-2. Click Reactions
Azide - Alkyne Cycloaddition
The most popular click reaction is the copper(l)
catalyzed 1,3-dipolar azide-alkyne cycloaddition.
First, Huisgen performed azide-alkyne
cycloaddition at high temperatures resulting in the
formation of both 1,4- and 1,5-substituted
1,2,3-triazoles conflicting with both the required
simple reaction conditions and stereospecificity as
shown in figure i4-2(a)33-34. Mock et al.
demonstrated that the azide-alkyne cycloaddition is
catalyzed by encapsulation of amine functionalized
reagents with cucurbituril yielding only the
1,4-substituted-L,2,3-triazole3s. The major
condition of the azide-alkyne cycloaddition is
reported in 200232. Sharpless and Meldal reported
the use of copper(l) catalysts for the l,3-dipolar
cycloaddition of azides and alkynes. The use of a






Figure i34. lllustration of the self-assembling
method (VLS) method to fabricate the nanowires.
4. Click Chemistry
4-1. Concept
In 2001, Kolb, Finn and Sharpless suggested a
new concept, click chemistry, for organic
chemistry32.
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Figure i4-1. lllustration of the concept of click
chemistry
Sharpless defined the concept of click chemistry as
"The reaction must be modular, wide in scope,
give very high yields, generate only inoffensive
byproducts that can be removed by
8
1,4-substituted 1,2,3-triazole and it accelerates the
reaction allowing cycloadditions as shown in
figure i4-2.
Recently, Bertozzi reported the copper free click
chemistry by using strained cyclooctyne in 200736.
This type of reaction allowed the reaction to
proceed quickly and without live cell toxicity by
eliminating a cytotoxic copper catalyst.
propagation and tellllination
flgure 14-3b38-40
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Figure i4-3. (a) The click reaction of thiol-ene
chemistry induced by the photo-irradiation. (b)
Reaction mechanism of the thiol- ene click
reaction.
Tetrazine-Zrans-Cyclooctene Reaction
The Diels-Alder reaction between tetrazine and
trans-cyclooctene is the new type click reaction as
shown in figure i4-44t.
Fox reported this reaction that proceeds with
unusually fast reaction rates without need for
catalysis: the cycloaddition of s-tetrazine and
trans-cyclooctene derivatives. The reactions
tolerate a broad range of functionality and proceed
in high yield in organic solvents, water, cell media,
or cell lysate. The rate of the ligation between
tr ans -cy clooctene and 3,6-di-(2-pyridyl)-s-tetrazin-
e is very rapid (k2 
- 
2000 Ms-r1. This fast reactivity
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Figure i4-2. The reaction mechanism of a
copper(l) catalyzed cycloaddition.
Thiol-Ene Reaction
The hydrothiolation between thiol and ene is one
of the old-established reaction in the field of
polymer synthesis3T. Due to the recognition of its
click characteristics, thiol-ene reaction has been
widely used. This reaction can proceed under a
variety of conditions via radical mediated pathway
as shown in figure i4-3a. A wide range of thiols
and enes can be employed, and these reactions are
generally extremely rapid even at ambient
temperature and pressure.
Generally, the thiol-ene reaction has been
conducted under radical conditions, often
photochemically induced. Under such conditions it
proceeds via a typical chain process with initiation,
Figure i44.[)iels―Alder reaction between tetrazine
and rrar7S―Cyc!ooctene
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I - I Introduction
The MeV-order high energy charged particles
release non-homogeneously their kinetic energy to
the materials. and induce reactive intermediates
(ion radicals, neutral radicals, etc.) distributed
cylindrically along the particle trajectories, which
is called as charged particle tracksl'2. Because of
effective and high-density formation of neutral
radical species, their recombination reactions
within an ion track produce highly-efficient
cross-linking of polymer backbones, resulting in
1-D nano-structured polymer gels with fairly
controlled sizes. Unlikely to the case of focused
beam of charged particles used commonly as a
probe of nanofabrication, no dispersion of "a"
particle secures intrinsically the nm-scaled area of
released energy and cross-linking reactions,
leading to the potentials of "d' high energy
charged particle as a tool to fabricate polymeric
materials with ultra-high aspect ratio. Direct
formation of 1-dimensional nanostructures based
on the cross-linking reactions in the thin films of
several kinds of synthetic polymers is succeeded
by inadiation of high energy charged particles,
single particle nano-fabrication technique: SPNTT.
The uses of chemical reactions in an ion track have
also been the prime choice for nuclear etchingl2-16
and cancer radiotherapy,rT resulting in highly dense
darnage in materials. In contrast to these
conservative applications ofion tracks, a variety of
one-dimensional functional materials have been
developed directly by SPNT. MeV-order high
energy charged particles non-homogeneously
induce reactive intermediates (ion radicals, neutral
radicals, etc.) in polymeric materials along the
particle trajectories, referred to as ion tracks. When
such radical species are generated in radiation
cross-linking type polymers, chemical reactions
within the ion track can produce 1D-nanostructures.
SPNT can thus be used to fabricate nanowires with
controlled sizes.T'lo
Bio-macromolecules, especially proteins, show
many valuable properties, but poor physical
stability and difficulty in modification have
prevented their direct use in material science. H.
Yan et al. reported the array of proteins by using
DNA templates. S. Burazerovic et al. and D. Men
et al. reported the fabrication of lD-nanostructure
based on proteins by using avidin-biotin
interactions or self-assemble of amyloid. These
formation methodologies demand the complicated
chemical and biological techniques.
Based on the concept ofhigh energy deposition
leading to nano-fabrication, this chapter
demonstrates the formation of nm-sized
bio-macromolecular nanowires based on the
proteins. The size controllability of the protein
nanowires is discussed in film length, fluence and
deposited energy density of charged particle, and
the efficiency of the crosslinking reaction of the
proteins. The inner and outer structure of
fabricated protein nanowires is evaluated by
hydrolysis of nanowires triggered by the enzyme
and chemical modification.
| -2 F abrication of Protein Nanowires
Swift heavy ion irradiation of synthetic
polymers is shown to cause crosslinking reactions
leading to the formation of a polymer gel
containing I d-nanostructures. This section
describes the direct formation of
bio-macromolecular nanowires based on the
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protein by ion beam irradiation, single particle
nano-fabrication technique: SPNT. The fabrication
of nanowires composed of albumins and avidin are
successfully confirmed by AFM measurements.
Albumin indicates high cross-linking efficiency for
radiation. This technique demonstrates the
feasibility of fabrication of nano-structures based
on various proteins.
Experimental
Human serum albumin (HSA), bovine serum
albumin, and ovalbumin from egg were purchased
from Sigma Aldrich Chemical Co. and of the best
commercial quality available and used without
further purification unless otherwise noted. Avidin
from chicken egg white was purchased from
Calryme Lab, Inc. All the proteins were dissolved
5-10wt% in distilled water, and spin-coated or
drop-casted on Si or glass substrate. The thickness
of the films was confirmed bv a Dektak 150
surface profiler.
The films of the proteins were irradiated by 450
MeV Xe and 490 MeV Os ion beams from
cyclotron accelerator at Japan Atomic Energy
Agency, Takasaki Advanced Radiation Research
Institute. The number of incident particles was
controlled from I x 108 to 1 x lOecm-2 to prevent
over lapping of the particle trajectories. The
irradiated films were developed directly immersing
into phosphate buflered saline (PBS) at pH 7.4 Io
9.0 for 5 min.
The sizes and shapes of the nanostructure
formed along particle trajectories were observed
using a SPI-4000 atomic force microscope (AFM)
from Seiko Instruments Inc.
Fabrication of Protein Nanowres
Ion irradiation without overlapping ion tracks
triggered cross-linking reactions in the target
materials, giving a lD-nanostructure in the thin
film. In the case of cross-linking type polymers for
radiation, high energy deposition induces the
gelation, and the undamaged area can be removed
by development with an appropriate solvent. This
technique can be used to prepare isolated
nanowires on the substrate.
Direct formation of nanowires based on the
protein was performed by using the same
procedure in the case of fabrication of nanowines
based on synthetic polymers. First, the nanowires
based on the human serum albumin were
confirmed by the AFM measurement. Figure
l-2-1(b) indicated the development process of
nanowires with PBS at pH 7.4. As the
non-cross-linking proteins are removed by PBS,
the protein nanowires were isolated on the
substrate. SPNT could also form the nanowires
based on bovine serum albumin (BSA), ovalbumin
(OVA), and avidin as shown infrgure l-2-2.
Figure 1-2-1. Development process




Figure 1-2-2. AFM micrographs of nanowires
based on (a) human serum albumin: HAS (PDB
lD: 1ao6), (b) bovine serum albumin: BSA (PDB
lD: 3v03), (c) ovalbumin: OVA (PDB lD: lova),
and (d) avidin (PDB lD: lavd).
Bilayer Nanowires Based on Protein and Polwer
The adhesion of nanowires to substrates is an
important feature in view of the practical
application of the present technique to
nano-material fabrication requiring precise
controllability in the special arrangement of
devices. It should be noted that the bottom-side
terminal of the nanowire fabricated by SPNT is
tightly connected to the subshate. Therefore, the
nanwoires could be confirmed on the substrate
after development.
Figure 1-2-3. (a)Metal deposited substrate of 50
nm thickness. AFM micrographs of nanowires
based on HSA prepared by exposing films to a 450
Mev 12exe25* at 3.0 x 108 ions cm-'on (b) Au, (c)
Al, and (d) Ti substrates
Figure 1-2.4. (a)Multi-layer film based on HSA and
synthetic polymer. AFM micrographs of nanowires
based on (b) HSA and poly(4-chlorostyrene), (d)
poly(4-chlor^ostyple) prepared by exposing films to
470 MeV^'"'Os""- particles at an ion influence of
(bX.0x108, (d)1.0x10e ions cm-2.
Nano-fabrication by SPNT is promoted along
the trajectory of an ion in the film. Protein
nanowires could be fabricated not only on the glass
and Si substrates, but also on the metal; Au, Al, Ti
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substrates as shown in Figure I -2-3.
The use of two-layer films was examined as a
potential to connect the protein and synthetic
polymer nanowires. Figure l-2-4 shows AFM
llnages of the two-layer
(HSA/poly(4-chlorostyrene)) film, which was
developed sequentially in PBS (to remove HSA)
and then toluene (to remove poly(4-chlorostyrene))
after exposure to the ion beam. The resultant
nanowires were composed of a 400 nm segment of
HSA and 90 nm segment of poly(4-chlorostyrene),
reflecting the thicknesses of each of the original
films.
C ro s s - Linking Effi c i ency of P rot e ins
It is expected that the polymers form a gel in
this region, with one crosslinking point per
polymer chain at the outer radial boundary. The
deposited energy density (h) at r is therefore
adopted as the critical energy density of gelation
for polymers. Therefore, the average sizes of the
nanowires were well interpreted by the theoretical
model, considering the energy distribution in an
ion track, efficiency of cross-linking reaction (G
values (number of reactions per 100 eV of
absorbed dose): G(x)), molecular weight of the
target polymers
r,2礁緋生[(争】・①
where p is the density of polymers m and k are
the mass of monomer unit and the degree of
polymerization, respectively, and A is the
Avogadro's number. Thus, the radial sizes of
nanowires can be easily controlled by changing
LET of ion beam and molecular weight of
polymer.
The cross-linking efficiencies of nanowires
based on the protein were evaluated by using
equation (1). Table 3-5-1 showed the values of
radius of naowire and cross-linking efficiency.
Especially, HSA indicated the high cross-linking
efficiency comparable to the value of
poly(4-bromostyrene).
Table 3-5-l . The values of cross-sectional radius of nanowires and cross-linking efficiency based on the
proteins fabricated by the SPNT.
HSA          BSA           OVAAvidin
Molecular weight (kDa) 66 6845
Radius r (nm) 15±05 12±11 81±0.9 14±15
Glx) 14a 07b 1 la12a
a: Development was carried out with PBS at pH 8.0. b: Development was carried out with water.
l-3 Size Control of Protein Nanowires
This section describes the fabrication of protein
nanowires by irradiation to the films based on the
plasma proteins. High energy charged particles
penetrating into polymer materials cause
non-homogeneous crosslinking along the inadiated
particle trajectories, giving 1d-nanowires. Sizes
(length and radius) and number density control of
protein nanowires are demonstrated by changing
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the film thickness and energy and fluence ofions.
Experimental
Human serum albumin (HSA) was purchased
from Sigma Aldrich Chemical Co. HAS was
dissolved 5-20wt% in distilled water, and
spin-coated or drop-casted on Si substrate. The
thickness of the films was confirmed by a Dektak
150 surface profiler.
The films of the proteins were irradiated by 320
Mev 102Ru18*, 450 Mev 12exe25*, and 490 Mev
1e2Os30+ ion beams from cyclotron accelerator at
Japan Atomic Energy Agency, Takasaki Advanced
Radiation Research Institute. The number of
incident particles was controlled from 3 x 107 to 5
x 10e cm-2 to prevent over lapping of the particle
trajectories. The inadiated films were developed
directly immersing into phosphate buffered saline
(PBS) at pH7.4 for 5 min to 12 h.
The sizes and shapes of the nanostructure
formed along particle trajectories were observed
using a SPI-4000 atomic force microscope (AFM)
from Seiko Instruments Inc.
Size Control of Protein Nanowires
The size control of protein nanowires is one of
the important factors to demonstrate the
processabilities of proteins in SPNT. As the
inadiated ions penetrate through the polymer film,
the length of the nanowires can be precisely
controlled by changing the film thickness within
the range of penetration length of the ions.
Nanowires based on HSA fabricated by 490 MeV
Os particles were observed by AFM measurement
as shown in figure 1-3-1. The images of the
nanowires showed the uniform length of the HSA
nanowires reflecting the initial thickness of the
target protein film (250 
- 
1200 nm).
HSA nanowires with a high aspect ratio could
be fabricated from drop-casted films. The
maximum length of the HSA nanowire reached 8
pm in length, though the fragmentation of the
nanowires during the development process was
confirmed.
After the development procedure, HSA
nanowires remain adhered to the substrate and the
nanowires remain isolated from each other. This
indicates that one end of the wire is tightly
connected to the substrate by chemical bonds.
Therefore, the number density of HSA nanowires
could be controlled by the fluence of irradiated
ions. Figure 1-3-3 indicated the good agreement of
the number density of HSA nanowires with the ion
fluence.
Figure 1-3-1. AFM micrographs of nanowires
based on HSA prepared by exposing films of
(a)250, (b)560, and (c)1200 nm thickness to 480
MeV 1e2os30+ particles at 1 .0x10e ions cm-2.
Figure 1-3-2. AFM micrographs of nanowires
based on HSA prepared by exposing drop-casted
film to 480 MeV 1e2os30+ particles at of 3.0x107
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Figure 1-3-3. AFM micrographs of nanowires
based on HSA prepared by exposing films of 1200
nm thickness to 480 MeV 1e2os30* particles at of
(a)1.0x108, (b)3.0x108, and (c) 5.0x108 ions cm-2
The radius of HSA nanowires could be changed
by selecting the values of linear energy transfer
(LET: energy deposition rate of incident particles
per unit length) of swift heavy ions. High LET ion
such as 480 MeV tntos'o*gaue thick nanowires (r
= 15 nm) compared with low LET ion, as 450
Mev r2exe25+ (r: 12 nm) and 320 MeV t02Rut**1,
= 11 nm) (Figure 1-3-4).
Figure 1-34. AFM micrographs of nanowires based
on Human Serum Albumin prepared by exposing
films to a (a)320 Mev 102Ru18+, (b)450 Mev 12exe2s',
(c)4go MeV 1e2os3o+
l-4 Evaluation of the Inner Structure and the
Function of Protein Nanowire
Section l-3 described the fabrication and size
control of protein nanowires by high energy
particle inadiation to the films based on proteins.
SPNT is the fabrication technique using
crossJinking reactions induced by the high energy
deposition. The cross-links in the nanowires are
considered as "damage" of target polymers. In this
section, evaluation ofthe inner structure ofprotein
nanowires is demonstrated bv utilizine the
enzymatic hydrolysis reaction of trypsin. The
preservation of function of the protein nanowires is
also confirmed by using bio-macromolecular
interactions.
Experimental
General Human serum albumin (HSA) was
purchased from Sigma Aldrich Chemical Co.
Tripsin was purchased from Wako Chemical Co.
Avidin from chicken egg white was purchased
from Calzyme Lab, Inc. Biotin
N-hydroxysuccinimide ester were prepared by
methods described in the literature. All other
reagents and solvents were purchased from Tokyo
Kasei Kogyo Co. and Wako Chemical Co. and
used without further purification.
HAS was dissolved 5-20wtyo in distilled watet
and spin-coated or drop-casted on Si substrate. The
thickness of the films was confirmed by a Dektak
150 surface profiler. The films of the proteins were
inadiated by 490 MeV re2os3o* ion beam from
cyclotron accelerator at Japan Atomic Energy
Agency, Takasaki Advanced Radiation Research
Institute. The number of incident particles was
controlled from 3 x 107 to 5 x 10ecm-2 to prevent
over lapping of the particle trajectories. The
irradiated films were developed directly immersing
into phosphate buffered saline (PBS) at pH 7.4 for
5 min to 12 h.
The sizes and shapes ofthe nanostructure formed
along particle trajectories were observed using a
SPI-4000 atomic force microscope (AFM) from
Seiko Instruments Inc.
Hydrolysis of protein nanowires
HSA nanowirs with a length of 710 nm were
fabricated on Si substrates (0.5 x 0.5 cm2). After
development with PBS at pH 7.4 for 5 min,
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hydrolysis of HSA nanowires were canied out by
immersing in 0.5 dv% trypsin - 1 mM EDTA'
4Na aqueous solution at 37'C for 3 and 20 min,
respectively. Hydrolysis processes were confirmed
byAFM measurement in each time.
Surface modification of HSA nanowires by
using NHS-biotin
HSA nanowirs with a length of 650 nm were
fabricated on Si substrates (0.5 x 0.5 cm2). After
development with PBS at pH 7.4 for 5 min,
biotinylation of HSA nanowires were carried out
by immersing in DMF solution of
N-hydroxysuccinimide-biotin (l mM) at room
temperature and carefully washed with distilled
water to eliminate the organic solvent. Finally,
biotinylated nanowires were immersed in an avidin
solution (10 pM) in pH7.4 PBS for 30 min.
Modification processes were confirmed by AFM
measurement in each step.
Surface modification of avidin nanowires by
using dibiotinyl linker
Avidin nanowirs were fabricated from the thin film
based on the HSA and avidin on Si substrates (0.5
x 0.5 cm2). After development with PBS at pH 7.4
for 3 min, substrates were immersed in a PBS
solution of dibiotinyl linker (10 pM) by using
DMSO as co-solvent for 30 min and carefully
washed with distilled water. Linker modified
substrates were immersed in an avidin solution (10
pM) in pH 7.4 PBS for 30 min. Modification
procedures were repeated three times in order to
promoted the avidin-biotin interactions.
Hydrolysis of Protein Nanowires
Hydrolysis of HSA nanowires was carried out in
order to evaluation of inner structure of protein
nanowires fabricated by SPNT. Trypsin is one of
the serine proteases, cleaving peptide chains
mainly at the carboxyl side of the amino acids;
lysine or arginine as shown in figure 1-4-1a. The
fragmentation of nanowires was confirmed by
AFM measurement after immersing trypsin
solution for 3 min (Figure l-4-lb-ii). Finally, after
20 min, the HSA nanowires were completely
decomposed and no nano-structures were
confirmed as shown in figure l-4-1b-iii.
Figure 14-1. (a) Hydrolysis system and structure
of tripsyn. Trypsin cleaves the amide bond of the
lysine or arginine. (b) AFM micrographs of
nanowires based on HSA prepared by exposing
films to 450 MeV 12exe25+ particles at 3.0x108 ions
cm-t. AFM micrographs of the hydrolysis process
of nanowires with immersing into 0.5 w/v% trypsin
- 1 mM EDTA.4Na aqueous solution at 37'C for
(b-ii) 5 and (b-iii) 20 min, respectively.le2Os3o*
The radius of HSA nanowires in the hydrolysis
process were evaluated as 13+ 0.2 nm (before
hydrolysis) and 8t 4 nm (after 3 min) from the
cross-sectional profile. Assuming the hydrolysis
process was promoted in constant pace, apparent
tumover rate of trypsin was calculated as 0.9 s-1.
This calculated value is extremely low compared
with the reported value as 96 s-lby Seydoux er a/.
These results indicate HSA nanowires retain the
specific sequence of peptide structures, but
conformation of protein in the naowires were
damaged and collapsed.
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Surface Modification of HSA Nanowires by Using
NHS-Biotin
There are many amino groups derived from
basic amino acid; lysine or arginine on the surface
of the protein. Therefore, protein naowires also
have the amino groups on the surface of nanowires.
On the other hand, it is well-known that the
N-hydroxyimide ester compounds are reactive with
an amino group. Introducing the biotin to the
surface of nanowires and modification of avidin





Figure 1-4-2. Schemes for surface modification of
nanowires composed of protein. (a) AFM
micrograph of nanowires based on HSA fabricated
bv exoosino films of 650 nm thickness to a 470
n["u tszg"str* beam at 5.0x108 ions cm-2. (b) AFM
micrographs of biotinylated nanowires. The
surface is modified by the reaction between amine
groups of HSA and NHS-biotin. (c) AFM
micrograph of nanowires modified by avidin.
Amino groups on the surface of nanowires were
reacted with biotin N-hydroxysuccinimide ester.
Biotinylated nanowires were interacted with avidin.
AFM micrographs of modification process were
shown as figure l-4-2b and c, respectively. The
radius of nanowires were estimated to 14 nm
(before modification), l0 nm (after biotinylation),
and 16 nm (after modification of avidin),
respectively. Due to denaturation of protein in the
nanowires induced by organic solvent, decrease of
the radius was confirmed in biotinilation process.
But, significant increase of the radius was
confirmed after modification of avidin. These
results indicate that the introducing the avidin to
the surface of nanowires are successfully promoted.
Moreover, it is demonstrated the surface of HSA
nanowires can be utilized as the reactive scaffold.
Surface Modification of HSA Nanowires by Using
NHS-Biotin
The surface of a nanowire is to be found in the
threshold region for the gelation of target materials
where one crosslink is induced per a polymer chain
in average. Proteins on the surfaces of nanowires
have minimum amounts of cross-links. Therefore,
it is expected that the surface of a nanowire
preserves the functions of proteins.
In order to demonstrate the preservation of the
function of protein nanowires, the function of
avidin nanowires was evaluated by using dibitynyl
linker. When the activity of avidin on the surface
of nanowires is preserved, increasing of the radius
is expected by interaction between dibiotynyl
linker mediated nanowires and avidin. Due to low
mechanical strength, fragmentation of avidine
nanowires was often confirmed. This
fragmentation of nanowires was improved by
fabrication of nanowires from the mixture of HSA
and avidin film. Figure l-4-3a and b show the
AFM images of avidin-HSA nanowires before and
after modification of avidin, respectively. The radii
of the nanowires were evaluated to be 15 nm and
14 to 20 nm, respectively from the cross-sectional
profiles. This result indicates that the surface of the
nanowire is modified avidin by the avidin-biotin






Figure 1-4-3. Schemes for surface modification of
nanowires composed of protein. (a)AFM
micrograph of nanowires based on HSA and
Avidin.fabricated bv irradiation of 470 MeV
1e2os3o+ particles 
"i 
g.o , 108 ions cm-t.1u;nrvt
micrograph of modified nanowires. The surface is
modified by dibiotinyl linker and avidin in three
times. (c)Chemical structure of dibiotinyl linker.
1-4 Summarv
Human serum albumin (HSA) was successfully
utilized in the fabrication of lD-nanostructures by
SPNT without using complicated chemically
synthetic or biological procedures. The protein
nanowires were also confirmed from the film
based on bovine serum albumin (BSA), ovalbumin
(OVA), and avidin. These results indicated that the
SPNT is the efflective techniqui for fabrication of
bio-compartible nanostructures based on protein.
HSA nanowires could be fabricated not only on the
Si substrate but also on the various metal
substrates (Au, Al, and Ti). Moreover, the use of
two-layer films was examined as a potential to
connect the protein and synthetic polymer
nanowrres.
Especially, HSA showed the high crossJinking
effrciency, which is comparable with cross-linking
type synthetic polymers for radiation. Due to high
cross-linking efficiency of HSA, the length,
number density, and radius of HSA nanowires can
be controlled by the initial film thickness, the
number of incident particles, and linear energy
transfer, respectively. In length control of
nanowires, the maximum length of nanowire
reached 8 pm. The successful size control of
protein nanowires was demonstrated that HSA was
appropriate material for SPNT.
Section 1-4 was discussed about the inner
structure and surface functionality of protein
nanowires by using hydrolysis reaction or surface
modification. Hydrolysis of HSA nanowires by
trypsin triggered the fragmentation of nanowires,
and finally, nanowires were completely
decomposed. These results indicated HSA
nanowires retained the specific sequence of
peptide structures. It was demonstrated that
fabrication of protein nanowires by SPNT. On the
other hand, the functionality of amino groups
derived from the basic amino acids on the surface
of HSA nanowires was preserved, and amino
groups reacted with the N-hydroxyimide ester
compounds leading to the modification of
nanowires with avidin.
Hydrolysis of protein nanowires also indicated
the conformation of protein in the naowires were
damaged and collapsed. But, preservation of the
function of protein nanowires was demonstrated by
surface modification of avidin-HSA nanowires
with dibiotinyl linker and avidin. These results
indicated that the proteins on the surface of
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Radiation promotes various chemical effects not
only in inorganic but also in organic materials. The
predominant effects of radiation on the primary
structural changes in polymeric materials have
been analyzed statistically, and controlled in terms
of chain scission and cross-linking reaction
efficiencies. Direct formation of 1-dimensional
nanostructures based on the cross-linking reactions
in the thin films of several kinds of synthetic
polymers is succeeded by inadiation of high
energy charged particles, single particle
nano-fabrication technique: SPNTr .
Chapter I demonstrated the direct formation of
nanostructures based on bio-macromolecules and
preservation of function in nanowires. SPNT can
directly fabricate the functional nanowires from
the polymer films with function. But, it is difficult
for fabrication of nano-structures based on
materials with low molecular weight and
decomposition for radiation. For example,
irradiation to the thin film of pristine pCD cannot
give isolated nanowires on the substrate2. First half
of this chapter demonstrates the fabrication of
functional nanowires from the mixture film based
on functional materials and cross-linking type
polymer for radiation.
.In Section 2-2-1, the direct formation of the
poly(vinylphenol) (PHS) and Au nanoparticles
hybrid nanowires, produce by single ion irradiation
of the PHS films including Au nanoparticles. The
observation is canied out using AFM, and inner
structures of nanowires are observed by TEM.
In Section 2-2-2, nanostructures based on
copolymer consisted with B-CD derivatives and
acrylamide are formed by SPNT. In order to
evaluate the response of nanowires to vapors of
formic acid, quartz crystal microbalance (QCM)
measurement is performed.
Polystyrene gives the well-controlled
nano-structures in length and number density by
SPNT3'4. However with an increase in the aspect
ratio of nanowires higher than a few hundreds,
fragmentation of nanowires is often observed by
AFM measurement. Due to a low cross-linking
efficiency of polystyrene upon irradiation,
nanowires with low mechanical strength are
considerably affected by the development
conditions; handling, development time, and
solvent. This collapse is a fatal problem for
formation of nanowires from the polymer film
blended with functional materials. In order to
prevent the fragmentation of naowires, the polymer
materials are demanded the high tolerance for
various conditions. In second half of chapter, size
control of nanowires and improvement of
cross-linking efficiencies are demonstrated by
chemical modification of polymer materials
(Section 2-3-1) and y ray inadiation (Section
2-3-2)
In Section 2-3-1, several polystyrene derivatives
are polymerized from styrene monomers appended
with functional groups to increase cross-linking
efficiency. Precise formation of lD-nanowires is
demonstrated via the effective cross-linking
reaction of the functional groups with high
aspect-ratio.
In Section 2-3-2, ion beam firstly irradiates to
polystyrene and polymer films in order to form
nanowires. Additionally, y ray inadiation to the
same film is carried out. The effects for radial sizes
of nanowires which produced by ion beam and y
ray irradiation are disccuced.
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2-2-l Fabrication of nanowires including Au
nanoparticles
The heavy-ion irradiation of a poly(vinylphenol)
(PHS) thin film has been shown to cause
cross-linking reactions along ion tracks, yielding a
nano-gel with reduced solubility in organic
solvents. Wet-development affords isolated
nanowires. ln this section, the direct formation of
the hybrid nanowires based on PHS including Au
nanoparticles (PHS/Au) was demonstrated by
using single particle nano-fabrication technique:
SPNT. The hybrids nanowires based on PHS/Au
was successfully visualized by AFM on the
substrate, and the included Au particles in the
single PHS nanowire were also observed clearly
using TEM.
Experimental
All reagents and chemicals were purchased from
Wako Pure Chemical Industries unless otherwise
noted. The PHS and HAuCla'4H2O were dissolved
in MeOH at 5 and 0.1 wt%. This hybrid solution
was spin-coated on the Si substrate. These thin
films of PHS and PHS/Au hybrids were
subsequently placed in a vacuum chamber and
exposed to 450 MeV r2exe23* and 490 MeV
le2os30+ beams at the Takasaki Ion Accelerators for
Advanced Radiation Application (TIARA)
cyclotron accelerator facility of the Japan Atomic
Energy Agency. After inadiation, the samples
were developed using isopropylalcohol (lPA) for
I min. The inadiated part of the film, where a
polymer gel was formed, was insoluble in IPA.
After development and drying procedures, the
direct observation of the surface of the substrates
was performed using an atomic force microscope
(AFM Seiko Instruments Inc. (SII) SPI-4000). The
radius and shape of cross-section of nanowire was
also measured using AFM. The nanowires formed
an elliptical cross-section due to sagging onto the
substrate surface after development. Assuming that
the nanowire cross-section is a simple ellipse, the
nominal radius r is defined as follows to facilitate
discussion of the distribution of deposited energy
and crosslinkins reactions on an ion track.
, = J\;, (r)
Here, the values, 11 and 12, is defined as the
half-width and half-height at half-maximum of the
AFM trace of the cross-sections.
After wet-development procedures, the
nanowires were isolated on the Si substrate. This
substrate was put in the IPA solution, and then
ultrasonification was carried out for l0 min. Here,
the nanowires were separated from the Si substrate.
This IPA solution including many nanowires was
dropped on TEM grid. After drying process, this
specimen was placed in TEM holder. The
observation of inner structures of the nanowires
was performed using a Transmission Electron
Microscope (TEM: JEOL JEM-2010).
Fabrication of the hybrids nanowires based on
PHS/Au
In PHS, the crosslinking reactions along the ion
track result in the formation of a cross-linked
nanogel (nanowire) in thin films. The
non-crosslinked area can be removed by
development with IPA, utilizing the change in
solubility due to the gelation of PHS. The
nanowires formed by ion bombardment can
therefore be completely isolated on the substrate.
After the wet-development procedure, the
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nanowires lie prostrate on the substrate surface.
Figure 2-2-l-l show the nanowires based on PHS
formed by 450 MeV Xe and 490 MeV Os ion
beam inadiation with 1.1x10e ions/cm2. The radii
of nanowires based on PHS were 6.6 and 4.3 nm
for 490 MeV Os and 450 MeV Xe, respectively. It
has been reported that the radius of nanowire
increased with the LET (linear energy transfer:
energy deposition rate of incident particle per unit
length) of the ion beam and molecular weight of
polymersr. Especially, the LET of ion beam is a
primary factor determining the radial sizes of the
nanowireso because the deposited energ/
distribution in an ion track is inhomogeneous. LET
: 10800 and 13800 eV nm-r (calculated for 450
MeV Xe and 490 MeV Os ions in PHS by the
Monte Carlo simulation code "SRIM 2OO3- 7),
p=1.16 g ch-3, and zJ[=1.0x10a g mol-I. Magee et
al.7 have suggested coorial energy distribution of
an ion track, which has core (Eq.(2)) and
penumbra (eq.(3)) regions, as follows:
- 
LErr- zrr tr!lr*=r[3','",]l-',P.= 
,ln.l* 2l'' "-[-r" Jl
rsr" A)
f r rrt rT-l
p,(r)=Wlz*,nl'"''o ll t "" 1t 3 t, (3)' z L (""r1
Hereo p" and pp are the deposited energy density
in the core and penumbra areas, and ro and ro are
the radii of core and penumbra areas, e is an
exponential factor. At the center core of the ion
track, the deposited energy density is greater than
in the outer penumbra region. Howevero the radial
margins of the nanowires lie in the penumbra area"
where crosslinking occurs by energy deposition
from secondary electrons e. According to Eq. (3),
the distibution of deposited energy depends on the
LET ofthe incident ion,therefore,the higher LET
bealln“90 MeV OS)irradiation gives thicker
nanowires than 450ヽ4eV Xe irradiated one。
F:gure 2■2・1‐1. AFM micЮgraphs of nanowires
formed by 450 MeV Xe and 490 MeV Osion beam
irradiation to PHS thin lims with the luence of
l.OX109ions/cm2.
Figure 2-2-1-2. AFM micrographs of PHS/Au
nanowires formed by 450 MeV Xe ion beam
irradiation to hybrid thin films with the fluence of
1.OxlOlo ionVcm2.
The hybrid PHS film including Au nanoparticles
was prepared on Si substrate. This film was also
exposed to 450 MeV Xe and 490 MeV Os ion
beam at ion fluence of 1.0x1010 ions/cm2. After
development procedure using IPA, the hybrid
nanowires based on PHS including Au
nanoparticles @HS/Au) were successfully formed
and isolated on the Si substrate, as shown in figure
2-2-l-2. The radii of PHS and PHS/Au nanowires
were also measured using AFM trace and
summarized in table 2-2-l-l.The radii of the
PHS/Au nanowires were determined as 6.2 and3.7
nm for 490 MeV Os and 450 MeV Xe ion beams
by AFM measurement and calculation on the
ellipse model (Eq. (l)), respectively. The radii of
nanowires based on PHS/Au were smaller than that
25
of original nanowires for each beam. These results
indicate that the including Au-nanoparticles inhibit
cross-linking reaction, resulting in reduced
cross-linking efficiency of the PHS/Au film
compared with that of PHS. The significant
decrease on cross-linking efficiency between PHS
and PHS/Au influences the radial sizes.
Table 2‐2 1¨‐1.Radl ofthe nanowires based on PHS and PHS/Aufbr450 MeV Xe and 490 MeV Osion beams
Radius(rl(nm)

















TEM observation of the hybrids nanowires based
on PHS/Au
In order to observe the Au nanoparticles in the
PHS nanowires, the TEM observation was carried
out. Figure 2-2-l-3 shows PHS/Au nanowires
observed by TEM. The observed structures were
large entangled structures. In preparation method
of TEM specimen, the nanowires were separated
from substrate during ultrasonification in IPA
solution for l0 min. Then, the separated nanowires
were firstly dispersed in the IPA solution. However,
the nanowires were entangled with each other, and
became large aggregation structures that consisted
of many nanowires. As the result, the nanowires
were observed as large aggregation structure as
shown in figure 2-2-l-3. However, the l-3 isolated
nanowires were partially observed as shown in
Figure 4. Here, Au nanoparticles were clearly
observed in single PHS nanowires. The particle
sizes including in the nanowires were 3.6-5.5 nm.
In SPNT, cross-linking reaction is most important
role for formation mechanism. Therefore, it is
expected that the inner-structures of nanowires
consisted of three dimensional cross-kinked
network structures, and then this inner-network
structures of PHS polymer functions to bind the Au
nanoparticles within the nanowires.
Figure 2-2-1-3. A TEM micrograph of entangled
hybrid nanowires based on PHS/Au.
The hybrids nanowires based on PHS including
Au nanoparticles were successfully formed by
SPNT. The radii of cross-section of nanowires
based on PHS and PHS/Au depended on LET. The
average radial sizes of PHS/TIP hybrid nanowires
also decreased compared with that of the PHS
nanowires. These results indicate that the
cross-linking efficiency is decreased in the hybrid
films, because the including Au nanoparticles
inhibit the cross-linkins reaction between PHS
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chains. Inner Au nanoparticles in the PHS
nanowire were clearly observed by TEM, and the
sizes of the Au nanoparticles were ranging from
3.6 to 5.5 nm. It is demonstrated that SPNT is also
applicable to hybrid films and easily form
hybridized nanowires.
Figure 2-2-14. TEM micrographs of nanowires
formed by 490 MeV Os ion beam irradiation to PHS
included Au nano-particles thin films at the fluence of
1.0x1010 ions cm-2.
2-2-2 Fabrication and functionalization of
nanowires including cyclodextrins
Cyclodextrins (CDs), hosting selectively a wide
range of guest molecules in their hydrophobic
cavity, were directly fabricated into l-dimensinal
nanostructures with extremely wide surface area
by single particle nanofabrication technique. The
copolymers of acrylamide and mono( 6 - allyl) - ftCD
were synthesized, and the crosslinking reaction of
the polymer alloys with poly(4-bromostyrene)
(PBrS) in SPNT gave nanowires on the quarts
substrate with high number density of 5 x 10e cm-2.
Quartz crystal microbalance (QCM) measurement
suggested 320 fold high sensitivity for formic acid
vapor adsorption in the nanowire fabricated
surfaces compared with that in the thin solid film
of PBrS, due to the incorporation of CD units and




dissolved lwt%o in water, and spin-coated on Si
substrate that had been treated with KOH aqueous
solution over a period of 5min. Per(6-acetyl)-&CD
and poly(4-bromostyrene) was dissolved 5wt%o
in toluene, and spin-coated on Si substrate. The
thickness of the films was confirmed by a Dektak
150 surfaceprofiler. The films of the
Poly(acrylamide-co-mono(6-allyl)-pCD) and the
mixture of per(6-acetyl)-B-CD and
poly(4-bromostyrene) were inadiated by several
kind of MeV order charged particles from
cyclotron accelerator at Japan Atomic Energy
Agency, Takasaki Advanced Radiation Research
Institute. The number of incident particles was
controlled from I x 10e to 5 x l0ecm-'to prevent
over lapping of the particle trajectories. The
inadiated films were developed directly in water or
toluene for I - 5min. The sizes and shapes of the
nanostructure formed along particle trajectories
were observed using a SPI-4000 atomic force
microscope (AFM) from Seiko Instruments Inc. In
QCM measurement, 9 MHz QCM with Au
electrodes was prepared, which is utilized as a gas
sensor coated with nanowires fabricated by SPNT
on the surface.
Synthesis. All reagents and solvents used in the
synthesis were purchased from Nacalai Tesque, Inc.
or Aldrich Chemical Co. and of the best
commercial quality available and used without
further purification.
Mono(6-tosyl)-pcD B-CD (5.0 g) was dissolved
in 20 mL of dry pyridine under argon, cooled to
5'C and p-toluenesulfonyl chloride (1.7 g) was
added. After 5h, the solvent was removed under
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reduced pressure. The residue was purified by
reversed pahse chromatography: Chromatorex
(Fuji Silysia chemical LTD.) using a linear
gradient of water/JvleOH from 90:10 to 60:40.
Yield: 1.8 g (33%)
Mono(6-altyl)-P-CD Mono(6-tosyl)-B-CD (540
mg) was dissolved in 15 mL of dry allylamine at
70"C under argon. After 5h, the solution was
diluted 15 mL methanol and 100 mL acetonitrile
was added. The precipitate was filtrated under
reduced pressure. Yield: 380 mg (69%)
Poly(acrylamide-ca-mono(6-allyl)-pCD)
Mono(6-allyl)-&CD (200 mg) and acrylamide
(a00 mg) was dissolved in 8 mL 1:l DMF/water
solution. Ammonium persulfate (20 mg) and
NN,N'N'-tetramethylethylenediamine (8pL)
were added into the reaction mixture and stirred
for 5h. The solution was concentrated under
reduced pressure and the polymer was precipitated
two times in hexane to give as a powder.
Scheme 2-2-2-1. The synthetic route of and
●‖ylamine
could not give isolated nanowires on the substrate,
because the sufficient crosslinking reactions
between the molecules had not been introduced
within each ion track along the projectile ionsro.
Thus it has been indispensable for the nanowire
formation incorporating with CDs to promote
effective crosslinking reaction " via
copolymerization of monomers with CD
substituents and units with high crosslinking
efficiencies. Polyacrylamide is known not only as
a water-soluble polymer with high radiation
induced crosslinking effrciency but also used as gel
electrophoresis (SDS-PAGE) or flocculating agent,
etc. These properties of polyacrylamide assist the
effective separation of isolated nanowires in the
future handling processes. Thus the author
designed poly(acrylamide-co-mono(6-allyl)-pcD)
(Scheme 2-2-2-1) as the target polymer materials
incorporating CD units. The thin films of
polyacrylamide and
poly(acrylamide-co-mono(6-allyl)-ftCD) were
inadiated by 450 MeV Xe ion beams. After the
development procedure, isolated nanostructures of
polyacrylamide and
poly(acrylamide-co-mono(6-allyl)-pCD) were
observed on the substrate by AFM measurement as
shown in Figure 2-2-2-1 and2-2-2-2, respectively.
The thickness of the initial target film no longer
reflects the length of the nanostructures based on
polyacrylamide and
poly(acrylamide-co-mono(6-allyl)-fCD). These
results suggest the considerable fragmentation of
the nanowires occurs during the development
procedure because of the low mechanical strength
of cross-linked polyacrylamide. In case of


















units are acting as an inhibitor for the crosslinking
reaction of acrylamide to., leading to the
fragmentati on of nanostructures.
Figure 2-2-2-1. AFM micrographs of nanowires
based on poly(acrylamide) produced by SPNT.
lmages (a) 
- 
(b) were observed in the thin films of
poly(acrylamide) at 200 nm thick.
Figure 2‐2Ⅲ2‐ .AFM micrographs of nanowires
based on po:y(acrylamide―co‐mono(6‐ally)‐βCD)
produced by SPNI!mages(a)―(b)Wer  obseⅣed
in the thin fims of poly(aCrylamide)at 200 nm thick.
Quartz crystal microbalance sensing by using CD
containing nanowires
Quartz crystal microbalance (QCM) is a mass
sensitive device being used for monitoring surface
and interface processes. QCM devices modified by
host molecules can be used as sensors for chemical
and biochemical analysis. In order to evaluate the
adsorption ability of nanostructures produced by
SPNT, QCM measurement was performed. The
nanostructures based on
poly(acrylamide-co-mono(6-allyl)-pCD) was
unfit for QCM measurement, because that the
length and number density of nanostructures could
not be fairly controlled by the fragmentation
reactions. Therefore, sugilr nanowire based on
blended polymer alloys of per(6-acetyl)-pCD and
poly(4-bromostyrene) (PBrS) was measured by
QCM. Sugar nanowires blended with the polymer
matrices can be well controlled in length and
number density. This formation of nanowire was
previous reportedl0, and confirmed by AFM
measurement as shown in Figure 2-2-2-3. The
QCM plates were modified successfully by
blended polymer (4CD-OAc+PBrS-QCM)
nanowires. To distinguish the roles of the ftCD
derivative in the frequency response, it is essential
to assess the background adsorption by nanowires
based on PBrS (PBrS-QCM). Figure 2-2-2-4
shows the typical transient responses to formic
acid obtained with the QCM modified by
nanowires. The sensing chamber was opened 3
min after injection the gas. Each response shows
that the gas sensor with the nanowires exhibits the
excellent sensitivity to formic acid. The resonance
frequ ncy of the FCD-OAc+PBrS-QCM and
PBrS-QCM increases rapidly, reaching saturation
within 50 s. The subsequent tracing is back of the
frequency value when the chamber is opened. This
is a typical QCM response when the QCM is
introduced in a certain environment and indicates
that QCM devices adsorb the gas of chemical
compound. The saturated frequencies of the
pCD-OAc+PBrS-QCM and PBrS-QCM show 320
and 80 times higher than that observed in the QCM
coated with PBrS thin film, respectively. The
nanowires on the QCM plates highly expand the
surface area physically adsorbed formic acid,
giving the 2 orders of magnitude higher sensitivity
for physical adsorption of formic acid at PBrS
surfaces. Introduction of CD derivatives to the
nanowires gives further rise in the sensitivity. The
29
trace of frequency changes observed in
FCD-OAc+PBrS-QCM shows the constant value
after 2 min from opening the chamber, suggesting
formic acid adsorption into the CD cavity by
host-guest interaction with the high binding
constant. The quick response in the trace after the
gas injection also supports the dual mechanism of
the adsorption of formic acids on the
pCD-OAc+PBrS-QCM nanowire surfaces.
Figure 2-2-2-3. AFM micrographs of nanowires on a
QCM plate surface produced by SPNT for 200 nm
thick films of PBrS matrices blended with
pe(6-acetyl)- ftCD at 10 tuto/o conc. lmages (a) - (b)
were observed in the different scales after irradiation
of 450 MeV Xe ion beams at the fluence of 3.0x10e
ions cm'2.
0        50       100      150      200      250      300
Time/s
Figure 2‐2‐1‐4.Comparison of sensor responses of
QCMs  with  β―CD―OAc+pOly(4-bromostyrene)
nanowlres (β―CDO¨Ac+PBrS―QCM),
poly(4-bromostyrene) nanowires (PBrS-QCM), and
thin film of poly(4-bromostyrene) to formic acid vapor
at 2.5 mL in an 800 mL chamber.
2-3-1 Size control of nanowire by chemical
modification of polymer materials
Polystyrene also gives the well-controlled
nano-structures in length and number density by
SPNT.I However with an increase in the aspect
ratio of nanowires higher than a few hundreds,
fragmentation of nanowires is often observed by
atomic force microscope (AFM) measurement.
Due to a low cross-linking efficiency of
polystyrene upon inadiation, nanowires with low
mechanical strength are considerably affected by
the development conditions; handling,
development time, and solvent. In this section,
several polystyrene derivatives were polymerized
from styrene monomers appended with functional
groups to increase cross-linking efficiency. We also
demonstrated precise formation of lD-nanowires
via the effective cross-linking reaction of the
functional groups with high aspect-ratio reaching
up to 
-103, as well as orientation control of
nanowires based on adamantane modified
polystyrene derivatives.
Experimental
All reagents and solvents used in the synthesis
were purchased from Wako Pure Chemical
Industries or Sigma Aldrich Chemical Co. and of
the best commercial quality available and used
without further purification unless otherwise noted.
Polystyrene (PS) and poly(styrene-co-4-chloromet-
hylstyr ne) (PSCIS) were synthesized from styrene
and 4-chloromethylstyrene by using standard
nitroxide-mediated radical polymerization (NMP)
I I - 13) with N-t ert-butyl-N-(2-methyl- 1 -phenylpr-o-
pyl)-o-(l-phenylethyl)hydroxylamine at 110 oC
under an atmosphere of nitrogen, respectively, as
shown in scheme 2-3 -l -1 (a). . Poly(styren e-c o-4-a-
zidemethylstyrene) (PSAS) was prepared using
chloromethyl groups of PSAS in the presence of






at 50 Oc for     48h14
Poly(styrene - c o - 4 -(adamantanyltri azolyl)styrene)
(PSAdS)t6 was synthesized from poly(styrene-co-4
-ethynylstyrene)rs reacted with l-adamantane
azide in the presence of catalytic amount of Cu(I)
in THF for 14 h as shown in scheme 2-3-l-l(b).
All polystyrene derivatives were reprecipitated
from 2-propanol and dried under reduced pressure.
PS, PSCS and PSAS were dissolved l0 wt% in
toluene, and spin-coated on Si substrate. The
thickness of the films was confirmed by a Dektak
150 surface profiler. PSAdS was dissolved at
5wt% in toluene, and spin-coated or drop-casted
on a Si substrate. The films of the all polystyrene
derivatives were irradiated by 450 MeV Xe and
490 MeV Os ion beams from cyclotron accelerator
at Japan Atomic Energy Agency, Takasaki
Advanced Radiation Research Institute. The
number of incident particles was controlled from I
x 107 to I x lOe cm'2 to prevent over lapping of the
particle trajectories. The inadiated films were
developed directly immersing into THF or toluene
for 30 min for 24 h. The sizes and shapes of the
nanostructure formed along particle trajectories
were observed using a SPI-4000 atomic force
microscope (AFM) from Seiko Instruments Inc.
Scheme 2-3-1-1. (a)Synthesis of polystyrene
derivatives by using nitroxide mediated
polymerization. (b)Synthesis of adamantane
modified polystyrene.
Evaluation of the cross-linking fficiencies of
p o ly s ty'en e deriv atiy e s
Polystyrene derivatives (figure 2-3-l-l) were
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Figure 2-3-1-2. AFM micrographs of nanowires
based on (a) PSAdS and (b) PS. lmages (a) and
(b) were observed in the films at 510 nm and 280
nm thickness after irradiation of 490 MeV 1s2os30+
particles at 1.0x10e ions cm-2, respectively. (c)
Cross-sectional profiles of nanowires. The profile
were measured at the position indicated by lines in
the corresponding AFM images.
After irradiation and development in toluene for
30 min, the surfaces of Si substrate were observed
by AFM measurement under dry conditions. Figure
2-3-l-2(a) and (b) show the AFM micrographs of
the nanowires based on PSAdS and PS.
' 1      ::AdS
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respectively. Under this development condition,
fragmentation of the nanowires based on PS was
confirmed, giving random distribution of the
nanowire length. PSAdS and other polystyrene
derivatives gave the nanowires with perfectly
uniform length and number density. The
cross-sectional profiles of the nanowire are also
greatly changed between PS and PSAdS as shown
in figure 2-3-1-2(c). The cross-linking efficiency
can be estimated by the semi-empirical modeling
of nanowire sizes. 16 The radius of the nanowire
was obtained by cross-sectional measurements,
and the values are summarized in table 2-3-l-l as
well as the values of effrciency for polystyrene and
polystyrene derivatives, respectively. Radiation
induced cross-linking efficiency has been often
characterized in terms of G-value (G(x)); number
ofcrosslinks produced per absorbed energy of 100
eV by the polymer material. The values of PSCS:
G(x) as > 4.6 (100 eV)-', PSAS: G(x) as > 2.1 (100
eV)-l, and PSAdS: G(x) as > (100 eV)-r are higher
than the value of PS: G(x) as > 0.6 (100 eV)-r.
PSAdS indicates the highest cross-linking
efficiency. This result means the cross-linking
efficiency of polystyrene is drastically changed by
introducing functional groups into the styrene
monomers. In particular, adamantane moieties play
an important role to promote cross-linking
reactions. High stability of adamantly radicals
were observed upon irradiation of neat adamantane
with clear EPR signals at 230 K, and the signals
were postulated even at 300 
- 
400K though the
signal had shown no longer hyperfine structures.lT
Especially, 1-adamantyl radical showed extremely
higher stability than that of 2-adamantyl ones,
leading to the polymerized products under the
inadiation conditions. This is the case giving
extremely higher efficiency is observed for
cross-linking reactions in PSAdS, reflected as the
dramatic increase in the thickness of the
nanowires.
Fabrication of nanowires with high aspect ratio
The nanowires with ultra-high aspect ratio were
demonstrated for the drop-casted film of PSAdS (-
38 pm thick) as shown in figure 2-2-l-3(a). A long
nanowire is clearly observed clearly on the
substrate. The length of the nanowire is almost
identical to the initial film thickness without
fragmentation. This result indicates that the
nanowires based on PSAdS have high mechanical
strength by densely induced crosslinks in the
nanowires via interconnection of adamantine
moieties. This was also evident from the fact that
fragmentation of the nanowires was not observed
under the hard development conditions; with good
solvents for PSAdS (THF, chloroform, and
toluene) and extremely long time (- 24h)
immersing into the solvents.
With an increase in the number density of the
nanowires on the substrate, the long nanowires are
bundled as shown in figure 2-3-l-3(b). Figure
2-3-1-3(c) shows the cross-sectional profile of the
aggregated, structure. Aggregated number of
nanowires in the cross-sectional profile is
countable, given as configured 6 nanowires. The
height of aggregated structure is almost constant,
and identical to the height of single nanowire as
shown in figure 2-3-1-3(c). This result clearly
demonstrates the self-organization of 1D
nanowires forming into 2D sheet-like structures
with the help of surface interaction of the
nanowires. It is also plausible that the interaction
between the nanowires and the surface is even
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higher than the inter-nanowire interaction, leading
to the 2-D sheet-like structures without pilling up
of the nanowires on the substrate.
/ 、ヽ
200
Horizontal Distance / nm
Figure 2-3-1-3. AFM micographs of (a) nanowire
with high aspect-retio and (b) array of nanowires
based on PSAdS. lmages (a) and (b) were
observed in the films of PSAdS at -38 pm
thickness after irradiation of 490 MeV 1e2os30+
particles at 1.0x107 and 1.0x108 ions cm-2. 1c;
Cross-sectional profile of array of nanowires (b).
The profile was measured at the position indicated
by lines in the corresponding AFM image.
were fabricated by irradiation of 490 MeV 1e2Os30*
particles at 1.0x108 ions cm-2.
It should be noted that the bottom-side terminal
of the nanowire is tightly connected to the
substrate. Based on the high mechanical strength
and the presence oftightly connected ends on the
surfaces, the orientation control of the nanowires
was examined by developing the nanowires in
solvent flow along one direction. The lines of the
nanowire apsides are oriented clearly along the
directions of solvent flows as shown in figure
2-3-l-4(a) and (b). Simple dipping processes of the
substrate into solvents give highly oriented surface
structures of nanowires with ultra-high aspect ratio.
Figure 2Ⅲ2Ⅲ14. AFM micrographs of PSAdS
nanowires on a Si substrate after development by
slow dipping wlh THF.Arrows in(a)and(b)
indicate the dipping directions. The nanowires



























Table 2Ⅲ3 1¨‐1.The va!ues of cross¨linking d罰ciency and radius of nanowires based on po!ystyrene derivatives
fabricated by the SPNT
Glxl and(rノm)
lon beams





2-3-2 Size control of nanowire bv ion beam
and v rav irradiation
The radius of nanowires fabricated by SPNT can
be controlled by the linear energy transfer (LET)
of the swift heavy ion. It is difficult to control the
radius of nanowires precisely. When the nanowires
were fabricated from the polymer materials which
show low cross-linking efficiencies, it is necessary
to promote the cross-linking reactions. In this
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section, 450 MeV Xe ion beam firstly irradiated to
polystyrene (PS) and polycarbosilane (PCS) films
in order to form nanowires. Additionally, y ray
inadiation to the same film was carried out. The
radial sizes of nanowires which produced by ion
beam and y ray irradiation were increased with the
dose of y ray. The change of radial sizes which
depended on the dose was quantitatively measured.
Experimental
All reagents and chemicals were purchased from
Wako Pure Chemical Industries unless otherwise
noted. Poly(dimethylsilane) (PDMS) was
synthesized by the reaction of
dimethyldichlorosilane with lithium in refluxing
tetrahydrofuran (THF) under an atmosphere of
predried argon (Ar), or with sodium in toluene
under pressurized Ar in an autoclave. Chlorosilane
was purchased from Shin-Etsu Chemical and
doubly distilled prior to use. The PDMS obtained
was washed with toluene, THF, and methanol. The
dried PDMS was placed in the autoclave and
pyrolyzed at 450 oC for 6 h. The pyrolyzed product
was dissolved in toluene, and the insoluble portion
was separated by filtration with a I -pm-pore-size
PTFE membrane filter. PCS was fractionally
precipitated from the solution by the stepwise
addition of methanol, and precipitates were
collected by centrifugation. The molecular weight
(Mw) of PCS was measured by gel permeation
chromatography (VP-10, Shimadzu) using THF as
an eluent in a chromatograph equipped with four
columns (Shodex KF-805L, Showa Denko); the
measured Mw was 1.8 r 103 with a dispersion
smaller than 1.5. PS (M,:4.0 
" 
l0a, MJM,=
1.04) was purchased from Aldrich Chemical Co.
PCS and PS was spin-coated on Si substrates from
the respective toluene solutions at 5 wt%o,
The samples were subsequently placed in a
vacuum chamber and exposed to 450 MeV Xe ion
beams at the Takasaki Ion Accelerators for
Advanced Radiation Application (TIARA)
cyclotron accelerator facility of the Japan Atomic
Energy Agency. The ion inadiated films were also
exposed to y ray with the dose form 22-120 kGy.
After inadiation, the samples were developed
using organic solvents for 2 minutes. The
irradiated part of the film, where a polymer gel
was formed, ws insoluble in solvents. After
development and drying, the direct observation of
the surface of the substrates were performed using
an atomic force microscope (AFM Seiko
Instruments lnc.(SII) SPI-4000).
Size control of nanowire by ion beam and y ray
irradiation
Ion irradiation at low fluence without
overlapping between ion tracks produces single ion
events in the target materials. Single ion
bombardment can release active intermediates at
high density within a limited area along the single
ion track. These active intermediates form a
heterogeneous spatial distribution in the ion track
due to the variety of chemical reactions involved.
In PCS and PS, the crosslinking reactions along
the ion track result in the formation of a
cross-linked nanogel (nanowire) in thin films. The
non-crosslinked area can be removed by
development with toluene, utilizing the change in
solubility due to the gelation of PS and PCS. The
nanowires formed by ion bombardment can
therefore be completely isolated on the substrate.
After the wet-development procedure, the
nanowires lie prostrate on the substrate surface.
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Figure 2-3-2-1 (a) and (b) show the nanowires
based on PS and PCS formed by 450 MeV Xe
beam inadiation with 1.1 x 10e ions/cm2. The
length of the nanowires reflects the thickness of
the original film. These radii of cross-section of
nanowires (r) based on PS and PCS were 5.1 and
7.2 nm, respectively. It has been reported that the
radius of nanowire increased with the LET of the
ion beam and molecular weight of polymeri.
Figure 2‐3‐2‐1.AFM nlicrographs of nanowires based
On(a)PS and(b)PCS.丁hese nanowires were formed
by 450「ИeV Xe ion beam irradiat!on to theirthin llms at
l.O x109ions/cm2
Especially, the LET of ion beam is a primary
factor determining the radial sizes of the nanowires,
because the deposited energy distribution in an ion
track is inhomogeneous. Magee et al. have been
suggested coaxial energy distribution of an ion
track, which has core and penumbra region, as
follows.l2)
LET r rlr LErl ^ ,, ( ,'''r"\l-'p^=-ltrr^'l +-1 Lrff- lnl 
-ll
2' zl ('"))
Here, p. and p, are the deposited energy density
in the core and penumbra a.reas, and r" and ro are
the radii of core and penumbra areas, e is an
exponential factor. At the center core of the ion
track, the deposited energy density is greater than
in the outer penumbra region. It is expected that
the distribution of crosslinking points in an ion
track will reflect the radial energy density, and that
the number of crosslinking points in the core will
be much larger than in the penumbra. However, the
core size suggested by theoretical considerationsz
is 0.87 nm for a 450 MeV Xe ion. In contrast, the
nominal radius (r) of nanowire based on PS and
PCS for this ion beam in the present experiments is
5.1 and 7.2 nn. The radial margins of the
nanowires therefore lie in the penumbra area,
where crosslinking occurs by energy deposition
from secondary electrons.
It is expected that the polymers form a gel in
this region, with one crosslinking point per
polymer chain at the outer radial boundary. The
deposited energy density (h) at r is therefore
adopted as the critical energy density of gelation
for polymers.
Therefore, the average sizes of the nanowires
were well interpreted by the theoretical model,
considering the energy distribution in an ion track,
effrciency of crosslinking reaction (G values
(number of reactions per 100 eV of absorbed
dose): G(x)), molecular weight of the target
polymers2








where p is the density of polymers m and k are
the mass of monomer unit and the degree of
polymerization, respectively, and A is the
Avogadro's number. Thus, the radial sizes of
nanowires can be easily controlled by changing
LET of ion beam and molecular weight of
polymer.
ln addition, y ray inadiation was also useful to
control their radial sizes of nanowires obtained by
ion beam inadiation. The y ray inadiation to the
same films with (-171.7 kGy) was carried out after
450 MeV Xe ion beam inadiation. Figure 2-3-2-2
shows the results of additional y inadiation with
22.4, 52.2 and 171.7 kGy, respectively. The
isolated nanowires were observed on the substrate
after the wet-development procedure. These radii
of nanowires based on PS and PCS were larger
than that of the original nanowires shown as Figure
2-3-2-1, respectively. The value of radius also
increased with the dose of y ray, as shown in Table
Figure 2-3-2-2. AFM micrographs of nanowires based
on PS (a-c) and PCS (d-0. The nanowires were formed
by 450 MeV Xe ion beam irradiation at 1.1 x 10e
ions/cm2, and additional y ray irradiation with the dose
of (a,.d).22.4, (b, e) 52.2, and (c, f)171.7 kGy,
These results indicate the y ray irradiation
produces homogeneous crosslinking reactions
throughout films, and the cross-linking reactions
between the boundary of original nanowires and
around polymer chains were caused in the solid
films by the y inadiation. Therefore, the radius (r)
of cross-section of nanowires was increased with
an increase ofthe radiation dose ofy rav.
Table 2¨3‐ 1¨.The radl of PCS and PS nanowlres forrned by the lon beam and γ ray irradiation.
bDose [kGy]



















a: These values were radius of nanowires formed by ion beam inadiation.
b: These values were the dose of v rav irradiation.
2-4 Summarv
This chapter demonstrated the functionalization
and size control of nanowires. Fabrication of
functional nanowires was performed by using the
mixfure film based on functional materials and
cross-linking type polymer for radiation. On the
other hand, size control of nanowires and
improvement of cross-linking effrciencies were
succeeded by using chemical modification of
polymer materials andy ny irradiation.
The hybrids nanowires based on PHS including
Au nanoparticles were successfully formed by
SPNT. The radii of cross-section of nanowires
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based on PHS and PHS/Au depended on LET. The
average radial sizes of PHS/TIP hybrid nanowires
also decreased compared with that of the PHS
nanowires. These results indicate that the
cross-linking effrciency is decreased in the hybrid
films, because the including Au nanoparticles
inhibit the cross-linking reaction between PHS
chains. Inner Au nanoparticles in the PHS
nanowire were clearly observed by TEM, and the
sizes of the Au nanoparticles were ranging from
3.6 to 5.5 nm. It is demonstrated that SPNT is also
applicable to hybrid films and easily form
hybridized nanowires (Section 2-2-l). The
crosslinking reactions in the ion tracks result in
localized gelation, giving isolated B-CD
nanostructures. The nanowires based on
poly(acrylamide-co-mono(6-allyl)-p-CD) were
confirmed by AFM measurement. QCM
measurements demonstrated that the nanowires
fabricated by SPNT highly enhance the sensitivity
for formic acid adsorption. Introduction of B-CD
derivatives into the nanowires also indicated not
only physical adsorption of formic acid but also
effective capturing of the molecule into the cavity
of CDs via host-guest interactions (Section 2-2-2).
These blended techniques indicated the
feasibility of SPNT to direct formation of various
functional nanowires with facile procedure. But,
the degradation of nanowires was often confirmed.
Therefore, polymer materias were demanded the
high cross-linking efficiencies leading to high
tolerance against various conditions.
The introduction of functional groups and
molecule into the polystyrene backbones can
control the cross-linking efficiency of polystyrene
derivatives upon exposure to MeV-order charged
particles. Adamantane modified polystyrene:
PSAdS showed dramatic increase in the
cross-linking efficiency via radiation induced
interconnection of adamantine moieties, providing
high density crosslinks inside the nanowires, hence
the higher mechanical strength than that of
polystyrene based nanowires. The tough nanowires
with ultra-high aspect ratio of 
-750 were
successfully produced in the present study, and
in-plane orientation of the nanowires was also
fairly controlled by the simple dipping process of
the nanowires with connected ends on the substrate
(Section 2-3-1). Tow step inadiation of ion beam
and y ray gives different reaction field in the
polymeric materials. Ion irradiation to the PS and
PCS thin films gives local crosslinking reaction
along the ion path, leading to the cross-linked
nanowires. On the other hand, the additional y rays
inadiation of the same film after ion inadiation
produced homogeneous distribution of
cross-linking points in the film. The cross-linking
reactions also occurred at the boundary of the
original nanowires, resulting in increase of the
radial size (Section 2-3-2).
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Chapter 3 Fabrication and Surface Modification of










Ion-beam irradiation promotes various chemical
effects in materials. In polymeric materials, the
primary effects of radiation are dictated by the balance
between main chain scissions and cross-linking. The
efficiency of these reactions has been statistically and
quantitatively discussedr-6 and very-sophisticated
statistical formulations have been successfully applied
for analysis. These formulations are however based on
a homogeneous spatial distribution of energy
deposited by the radiation, and reactive intermediates
ofhigh energy charged particles have been revealed to
yield exceptionally non-homogenous release of kinetic
energies of incident particles in the form of ion tracks.
The author have successfully applied reactions in the
ion track to control the spatial distribution of
cross-links, yielding lD-nanostructures; this
methodology is refened to as the single particle
nano-fabrication technique (SPNT).7-rr The uses of
chemical reactions in an ion track have also been the
prime choice for nuclear etchingl2-16 and cancer
radiotherapy,lT resulting in highly dense damage in
materials. In contrast to these conservative
applications of ion tracks, a variety of
one-dimensional functional materials have been
developed directly by SPNT. MeV-order high energy
charged particles non-homogeneously induce reactive
intermediates (ion radicals, neutral radicals, etc.) in
polymeric materials along the particle trajectories,
referred to as ion tracks. When such radical species
are generated in radiation cross-linking type polymers,
chemical reactions within the ion track can produce
1D-nanostructures. SPNT can thus be used to
fabricate nanowires with controlled sizes.T'l 0
Polystyrene derivatives are older but interesting
polymeric materials, and not only their
functionalization but also their photo and radiation
reactions have been vigorously investigated to
date.ll'18'le Polystyrene molecules bearing pendant
groups provide numerous pathways for the relaxation
of excess energies on the backbone, leading to
suppression of main chain scission reactions, resulting
in relatively higher effects from cross-linking
reactions. The extension of conjugated electronic
orbitals in pendant groups promotes extraordinary
effi ciency of cross-linking reactions. 4-ethynyl styrene
is one of the simple structures of styrene derivatives
extending the conjugated system. This monomer
protected with the silyl group can be readily
synthesized by Sonogashira coupling and polymerized
by nitroxide-mediated radical polymerization. r8
On the other hand, an alkyne moiety has the ability
to easily introduce functionality by the formation of a
strong covalent linkage. The copper(I)-catalyzed
Huisgen l,3-dipolar cycloaddition of alkyne and
azide,20'23 called the "Click reaction",24 has recently
been revealed to be an important modification
technique because this reaction can result in high
yields, under mild and differing conditions, and with
ease of operation. A number of studies on "Click
reaction" have reported in many fields including
polymer chemistry,25'26 drug discovery,27 and
materials chemistry.28-30
This work reports the successful fabrication of
"Clickable" nanowires based on alkyne pendant
polystyrene, PSES, utilizing SPNT. The alkyne
moieties have two important roles: improving the
cross-linking efficiency for radiation and introducing
functional materials with Click reactions. Fabrication
of lD-nanowires and highly controlled 2D-anays of
bio-macromolecules can be carried out by simple
surface modification and assemblv of PSES
nanowires.
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3-2 Fabrication of acetylene functionalized
nanowires.
This section describes the synthesis of the acetylene
functionalized polystyrene (poly(styrene-co-4-ethynyl
styrene): PSES) and fabrication of the nanowires
based on PSES. PSES was synthesized controlling the
molecular weight and dispersity by nitroxide-mediated
radical polymerization. PSES gave the clear AFM
image of 1D-nanostructures and indicated the
extremely high cross-linking efficiency. The SPNT
can be easily controlled the size (length and thickness)
and number density of PSES nanowires with high
mechanical strength.
Experimental
General. Nuclear magnetic resonance (NMR)
spectra were collected using an NM-EXSP instrument
from JEOL Ltd. with chloroform-d as a solvent and
tetramethylsilane as an internal standard. The
molecular weight distribution of the obtained polymer
was measured by gel permeation chromatography
(GPC) on a series of double Shodex GPC KF-805L
columns using a polystyrene calibration standards.
The column was eluted with tetrahydrofuran (THF).
The column temperature was 40 oC.
Poly(styrene-co-4-ethynylstyrene) (PSES) wtts
dissolved in toluene to an extent of 5-10 wto/o, and
spin-coated or drop-casted on a Si substrate. The
thickness of the films was confirmed by a Dektak 150
surface profiler from Veeco Instruments Inc. Films of
PSES were- inadiated by several kinds of MeV order
charged particles from a cyclotron accelerator at the
Japan Atomic Energy Agency, Takasaki Advanced
Radiation Research Institute. The number of incident
particles was controlled from 1x107 to 8t108 ions
"rn-' 
to prevent overlapping ofthe particle trajectories.
The irradiated films were developed directly in THF
with times from 5 min. The sizes and shapes of the
nanostructures produced along particle trajectories
were observed using an SPI-4000 atomic force
microscope (AFM) from Seiko Instruments Inc. The
loss of kinetic energy of the ions due to penetration
through the polymer films was estimated using the
SRIM 2000 calculation code.
Synthesis of PSES.
N-tert-Butyl-N-(2-methyl- 1 -phenylpropyl)-O-( 1 -phen
ylethyl)hydroxylamine were used as-received from
Sigma-Aldrich Chemical Co. Styrene (99.0yo, Wako),
was purified by vacuum distillation and used
immediately. All other reagents and solvents were
purchased from Tokyo Kasei Kogyo Co. and Wako
Chemical Co. and used without further purification.
4-(Trimethylsilylethinyl)benzaldehyde, 1. To a
stined mixture of 4.63 g (25.0 mmol) of
4-bromobenzaldehyde, 380 mg (2.0 mmol) of CuI,
700 mg (1.0 mmol) of
bis(triphenylphosphine)palladium(Il)chloride in 20
mL of THF, and 10 mL of N,N-diisopropylethylamine,
a solution of 2.6 g (26.2 mmol) of
trimethylsilylacetylene in 4 mL of THF was slowly
added. The mixture was stirred for 16 hours at 50 oC
and the solvent was evaporated. The obtained brown
crude product was purified by column
chromatography eluting with n-hexane to give I as a
colorless liquid of 4.70 g (93o/o).'H NMR (270 MHz,
CDCI3): 6 9.98 (s, 1H), 7.80 (dm, J : 8,4 Hz,2H),
7 .59 (dm, J : 8.4 Hz, 2H),0.26 (s, 9H).
4-(Trimethylsilyl)ethynylstyrene, 2.48 To a stined
mixture of methyltriphenylphosphonium iodide (10.8
g, 30.0 mmol) and 75.0 mL of dried THF at -20 "C, a
solution of n-Buli (1.6 M in hexane, 18.3 mL,29.2
mmol) was added dropwise over 20 min. The reaction
mixture was stirred for 30 min at -20 oC, and then
?
?
slowly allowed to warm to room temperature and
stined for an additional 30 min at room temperature.
The solution was cooled to -78 oC. To this solution, a
solution of the 1 (5.0 g, 24 mmol) in 15.0 mL of dry
THF was added dropwise over I h. The reaction
mixture was stirred for 30 min at -20 'C,3 h at 0 oC,
and was then allowed to warm to room temperature.
The reaction was quenched by adding 10.0 mL of
saturated NaHCO3 solution. The aqueous layer was
extracted with diethyl ether (20.0 mL x 3). The
combined organic layers were washed with brine,
dried with anhydrous NazSO+, and concentrated in
vacuo. The residue was purified by column
chromatography eluting with n-hexane and distillation
to yield 3.76 g(76%) of 2 as colorless liquid. 'H NMR
(270 MIIz, CDCI3): 6 7 .45 (d, 
-/: 8. I Hz, 2H), 7 .32 (d,
-r: 8.3 Hz,2H),6.68 (dd, J= 17.5 Hz,lH), 5.74 (d, J




Ni e rt -Buty l-N-(2 -methyl- I -phenylpropyl)-O-( I -phen
ylethyl)hydroxylamine (80.5 mg, 0.15 mmol), styrene
(5.12 g,      48.9mmol) and
4-(trimethylsilyl)ethynylstyrene, 2, (3.22 g, 16.3
mmol) was degassed and heated at 125 oC under N2.
After 20 h, the solution was dissolved in THF and
precipitated twice in 2-propanol to yield 3 as a white
powder (2.43 g, Mn= 77,200 g/mol, PDI = 1.32). rH
NMR (270 MHz, CDCI:): d6.15-7.31 (m), 1.10-2.28
(m),0.30 (s)
Poly(styren e- co -4-ethy nylstyrene).
Poly[styrene -c o-4-(trimethylsilyl)ethynylstyrene] was
dissolved in 20 mL anhydrous THF. To this
suspension at 0 oC, tetrabutylammonium fluoride (l
M in THF, 10.5 mL) was slowly added over 20 min.
The reaction mixture was stined for 30 min at 0 oC.
TMS
??
The solution was concentrated and precipitated twice




Scheme l‐24. Synthesis of ethynyl functiona:ized
styrene monomerand PSES
TMS
Fobrication of the PSES nanowires
Ion-beam irradiation of films based on polymeric
materials has been shown to cause cross-linking
reactions, leading to the formation of a polymer gel
containing lD-nanostructures. A single ion particle
can fabricate one nanostructure along its trajectory
(Scheme 3-2-l-i). The non-crosslinked polymer can
be removed by an appropriate solvent, utilizing the
difference in solubility (Scheme 3-2-1-ii). The
fabricated nanowires are no longer standing, and are
knocked down on the substrate, observed as
2D-images (Scheme 3 -2-1 -ii1).
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Scheme 3-2-1. Fabrication
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The procedure developed for isolating nanowires
based on PSES and PS fabricated by the SPNT is
shown in Figure 3-2-1. The sizes of the nanowires
drastically changed between PSES and PS. The
cross-sectional radius of PSES and PS nanowires was
estimated to be 13.2 nm and 4.7 nm, respectively. The
nanowire size was revealed to have good correlation
with the spatial distribution of deposited energy in an
ion track by a penetrating ion particle, the parameters
of the target materials, and the efficiency of
cross-linking reactions. Semi-empirical modeling of
the PSES nanowire size gives estimates of the
cross-linking efficiency of Gsss (x) as > 3 (100 eV)-l,
which is a higher value compared to PS with 6ps (r) >
0.4 (100 eV)-l.
Size control of PSES nanowires
The length, number density, and radius of PSES
nanowires can be conholled by the initial film
thickness, the number of incident particles, and linear
energy transfer, respectively. Fragmentation of the
nanowires during the development process, shown in
Figure 3-2-l-b(iii, iv), was not observed, and thus the
length of the PSES nanowires was uniform and could
be control led perfectly.
Figure 3-2-1. Chemical structures and AFM
micrographs of nanowires based on (b-i,ii) PSES (ffi =
15,200 g/mol, PDI = 1.31) and (b-iii,iv) fragmentation
of the nanowires based on PS (Mn = 13,200 g/mol, PDI
= 1.18) fabricated by irradiation of 450 MeV 12exe23+
particles at 3.0x108 ions cm-2. Development was
carried out using THF for 5 min.
Due to the high cross-linking efficiency, PSES
nanowires with a high aspect ratio could be fabricated
from drop-casted films. The maximum aspect ratio of
the PSES nanowire reached 
-750, which is a high
value compared to the case of using the negative type
photo-resist SU-8 (Figure 3-2-2b).31 The number
density of PSES nanowires were also shown to be in
good agreement with the ion fluence. The radius of
nanowires could be changed by selecting the values of





incident particles per unit length) of swift heavy ions.
High LET Ion such as 470 MeV 1e2os30* gave thick
nanowires (r = 16 nm) compared with low LET ion, as
450 MeV 12exe2s+ (r : 13 nm) and 12 MeV otTi'* 1r =
5 nm) (Figure 3-2-3).
Figure 3-2-2, AFM micrographs of nanowires based on
PSES prepared by exposing films of (a)200 nm and
(b)22 pm thickness to 470 MeV 1e2os30+ particles. AFM
micrographs of nanowires based on PSES prepared by
exposing films of 1 pm thickness to 470 MeV 1s2Os30+
particles at of (c) 4.0x 1 08 and (d) 8.0x108 ions cm-2.
Figure 3-2-3. AFM micrographs of nanowires based on
PSES prepared by exposing films to a (a)12 MeV
a\i3'; 2800 eV nm-1, (b)450 MeV 12exe25+' 9200 eV
[ffi-1, and (c).470 MeV 1s2os30+' 1r|2oo eV
nm-lparticles.
3-3 Orientation and alransement control of PSES
nanowires
Manipulation of lD-nanostructures is one of the
critical steps in the development of novel functional
materials and surfaces. Orientation and arrangement
control approaches were reported using phase
segregation,33 liquid crystals,3a and a shetching
method.35 The PSES nanowires could be easily
arranged and the assembly controlled for flexibility
and high mechanical strength. In this section
demonstrates the orientation and arrangement control




polymerized by nitroxide-mediated radical
polymerization. PSES was dissolved in toluene to an
extent of l0 w%, and spin-coated or drop-casted on a
Si substrate. The thickness of the fihns was confirmed
by a Dektak 150 surface profiler from Veeco
Instruments Inc. Films of PSES were irradiatedby 470
MeV 1e2os30* from a cyclotron accelerator at the Japan
Atomic Energy Agency, Takasaki Advanced
Radiation Research Institute. The number of incident
particles was 1x108 ions cm-2. The inadiated films
were developed directly in toluene, THF, or a mixture
of toluene and THF with times from 5 min to 12 h.
The sizes and shapes of the nanostructures
produced along particle trajectories were observed
using an SPI-4000 atomic force microscope (AFM)
from Seiko Instruments Inc and a JSM-700lF
scanning electron microscope (SEM) from JEOL Ltd.
The loss of kinetic energy of the ions due to
penetration through the polymer films was estimated
using the SRIM 2000 calculation code.
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Figure 3-3-1. (a) Orientational control process of
nanowires on the Si substrate. The arrows indicate
the direction of raising of the substrate. (b) AFM
micrographs of PSES nanowires on a Si substrate.
The nanowires were fabricated by irradiation of 480
MeV 1e2Os30* particles at 1.0x108 ions cm-2. The
arrows indicate thedirection of raising of the
substrale: (c) upper and (d) diagonally upper
direclions in the development process, respectively.
The nanowires fabricated by SPNT have flexibility
because they are in the form ofnanosized gel induced
by cross-linking reactions among the polymer chains.
Thus, the arrangement of the nanowires is affected by
the development conditions and length of the
nanowires. In particular, the PSES nanowires show
high mechanical strength, preventing the collapse of
the nanostructures under harsh conditions.
Fragmentation of the PSES nanowires was not
observed under the various conditions used including
different development solvents (THF, chloroform, and
toluene) and time (44h).
When a nanowire is produced by SPNT, the
high-energy charged particle penetrates the polymer
film and the mono-terminal of the nanowire is
immobilized on the substrate. Therefore, the
orientation of the nanowires can be controlled by the
development procedure. When the substrate was
slowly raised in one direction from the development
solutiono the nanowires were aligned along the raised
direcfion. Figures 2c and d shows the orientation
control of the nanowires conesponding to the
direction of raising the substrate. This development
procedure is applicable to nanowires less than 8 pm in
length. On the other hand, in the case of nanowires
more than 8 pm in length, the orientation control of
nanowires was difficult as shown in figure 3-3-2. This
is because the interactions between tnanowire and the
substrate increased.
Figure 3-g-2. AFM micrographs of
poly(styrene-co-4-ethynylstyrene) nanowires on a Si
substrate after development by slow dipping into THF.
The nanowires were fabricated by irradiation of 480
MeV 1s2os30' particles at 1.0x108 ions cm-2. The
arrows indicate the direction of raising of the
substrate.
Arrangement control of PSES nanowires
The development solvents used also affect the
arrangement of nanowires. The aggregation structures
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of the PSES nanowires with lengths of 8 pm were
changed with development solvents as shown in
figures 3-3-3a-c. When the development was carried
out in THF and toluene, o'linea.r" and o'sheet"
structures of nanowires were confirmed, as shown in
figures 3-3-3a and b, respectively. Furthermore, when
the development was carried out in a mixed solvent of
THF and toluene, a "net" structure of the nanowires
was confirmed, as shown in Figure 3-3-3c. These
results indicate that the arransement of nanowires is
controlled by competition of the interactions between
nanowires and between the nanowire and substrate in
each solvent.
In the case of nanowires more than 20 pm in length,
the interactions between nanowires significantly
increased. The nanowires were entangled with each
other and formed a fabric-like structure. This "fabric"
could be peeled off from the substrate with tweezers






Figure 3-3-3. Aggregation control of nanowires by the development solvents. (b-d) AFM micrographs of nanowires
prepared by exposing PSES films to 480 MeV 1e2os30+ particles at 1.0x108 ions cm-2. Development was carried out in
(a-i,ii) THF for 5 min, (b-i,ii) toluene for Smin, and (c-i,ii) mixture solution of THF and toluene.
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Figure 3-3-4. AFM micrographs of nanowires prepared by exposing PSES films to 480 MeV 1e2os30+ particles at
1.0x108 ions cm-2. Developmentwas carried out in THF and toluene. Cross-sectional profiles of the nanowires on Si




Figure 3-3-5. SEM image of the fabric of PSES nanowires produced from a film of > 20
MeV 1e2os30* particles at 1.0x107 ions cm-2. Development was carried out in THF lor 24h.
3-4 Functionalization of PSES nanowires by
using surface modification technique
PSES contains alkyne groups in its backbone, and
alkyne moieties quantitatively react with the azide
group via copper (l)-catalyzed 1,3-dipolar
cycloaddition called Click chemistry. PSES nanowire
surfaces can be modified by various kinds of
functional materials using Click chemistry. This
section describes the fanctionalization of nanowires
by using chemical modification to alkyne groups on
the surface of PSES nanowires with polymer materials.
Furthermore, fabrication of 1D-nanowires and
2D-anays based on bio-macromolecules was
demonstrated utilizing the Click reactions and
avidin-biotin interactions.
Experimental
General. Nuclear magnetic resonance (NMR) spectra
were collected using an NM-EXSP instrument from
JEOL Ltd. with chloroform-d as a solvent and
tetramethylsilane as an intemal standard. The
molecular weight distribution of the obtained polymer
was measured by gel permeation chromatography
(GPC) on a series of double Shodex GPC KF-805L
columns using a polystyrene calibration standards.
The column was eluted with tetrahydrofuran (THF).
The column temperature was 40 oC.
Poly(styrene-co-4-ethynylstyrene) (PSES) was
dissolved in toluene to an extent of 5-10 wto/o, and
spin-coated or drop-casted on a Si substrate. The
thickness of the films was confirmed by a Dektak 150
surface profiler from Veeco Instruments Inc. Films of
PSES were irradiated by several kinds of MeV order
charged particles from a cyclotron accelerator at the
Japan Atomic Energy Agency, Takasaki Advanced
Radiation Research Institute. The number of incident
particles was controlled from 1x108 ions c.-t. Th"
irradiated films were developed directly in THF times
from 5 min. The sizes and shapes of the
nanostructures produced along particle trajectories
were observed using an SPI-4000 atomic force
microscope (AFM) from Seiko Instruments Inc and a
JSM-7001F scanning electron microscope (SEM)
from JEOL Ltd. The loss of kinetic energy of the ions
due to penetration through the polymer films was
estimated using the SRIM 2000 calculation code.
Synthesis. I 1 -Azido-3,6,9-trioxaundecan- I -amine
(90%), bromotris(triphenylphosphine)copper (l)
(98Yo), and
Nt er t -Butyl-N-(2-methyl- 1 -phenylpropyl)-O-( 1 -phen
ylethyl)hydroxylamine were used as-received from
Sigma-Aldrich Chemical Co. Avidin from chicken
egg white was purchased from Calzyme Lab, Inc.
Poly(4-azidemethylstyrene)45'46 and Biotin
N-hydroxysuccinimide esteraT were prepared by
methods described in the literature. All other reasents
pm thickness irradiated by 490
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and solvents were purchased from Tokyo Kasei
Kogyo Co. and Wako Chemical Co. and used without
further purification.
Formation of multi-layer of polymer materials on
the PSES nanowires
PSES nanowires with a lensth of 1100 nm were
fabricated on Si substrates (0.5 x 0.5 cm2). After
development with THF for 24 h, the substrates were
immersed in a THF solution of
poly(4-azidemethylstyrene) (M": 5,600 g/mol, PDI:
1.15) (10 mM / based on azide unit), CuBr(PPh3)4 (1
mM), and DIPEA (10 mM ) for 12 h. The substrates
were washed with THF and immersed in the THF
solution of PSES (M": 15,200 g/mol, PDI: l.3l) (10
mM / based on ethynyl unit), CuBr(PPh3)4 (1 mM),
and DIPEA (10 mM) for 12 h. The radii of the
nanowires were evaluated in each modification step
by AFM cross-sectional measurements.
Fabrication of lD-protein nanowires and
2D-protein sheets
PSES nanowires or "sheets" of nanowires were
fabricated on Si substrates (0.5 x 0.5 cm2). After
development with THF or toluene for 24 h, the
substrates were immersed in a mixture of
ll-Azido-3,6,9-trioxaundecan-1-amine (10 mM),
CuBr(PPh3)a (1 mM) and DIPEA (l mM) in 5 mL of
THF for 12 h. In the next step, the substrates were
washed with THF and DMF, and immersed in a DMF
solution of NHS-biotin (10 mM) and NEt3 (10 mM)
for 2h. After biotinylation, the substrate was carefully
washed with water and a pH7.4 phosphate buffer
solution (PBS). Finally, the substrates were immersed
in an avidin solution (10 pM) in pH7.4 PBS for 2h.
The radii of the nanowires were evaluated by AFM
cross-sectional measurements. In the case of
fabrication of lD-protein nanowires, all the
procedures and preservation of substrates were
performed under solution in order to prevent the
immobilization of nanowires by drying the surface of
the substrates.
Surface modification of P,SES macrogel with
fluorescent porbe
In orfer to confirm the reactivity of the surface of
PSES of nanowires, the surface modification of PSES
macrogel with fluorescent probe was performed as
shown in scheme 3-2-2. PSES macrogel was
fabricated by using the 3 MeV H* particles. After the
surface modification, the fluorescence image was
confirmed by the confocal laser microscope
measurement. The reactivity of the surface of PSES
nanowires for the reaction was confirmed by the
identical reaction scheme of Click chemistry using
fluorescent probe molecules (5- and
6-carboxyfluorescein) applied to the PSES macrogel
surface, suggesting enough high reactivity secured for
the surface of the PSES nanowires as shown in figure
3-4-1.
Scheme 3-2-2. (a)Fabrication of PSES macro-gel
by using proton beam writing technique (b)Surface
modification of PSES macro-gel with fluorescence
dye via click reaction
Focused Proton Bedm
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Figure 3-4-1. Optical and confocal laser microscope
images of patterned gel structure based on PSES
produced by patterned 3 MeV H* particles at the
fluence of 2 , 1013 ions / cm2 where the gel fraction
of PSES solid film was higher than 0.95. After the
pattern fabrication, the film was developed by THF
for 24 h, and dried under vacuum. Surface
modification via Click reaction by 5- and
6-carboxyfl uorescein was performed. Scalebar: 1 00
Lrm.
Surface modification of PSES nanowires with
synthetic polymers
The surface of a nanowire is to be found in the
threshold region for the gelation of target materials
where one crosslink is induced per a polymer chain in
average. Polymer chains on the surfaces of nanowires
have minimum amounts of cross-links. Therefore, it is
expected that the surface of a nanowire preserves the
physical and chemical functions of polymer materials.
PSES contains alkyne groups in its backbone, and
alkyne moieties quantitatively react with the azide
group via copper (l)-catalyzed 1,3-dipolar
cycloaddition called Click chemistry. PSES nanowire
surfaces can be modified by various kinds of
functional materials using Click chemistry.
Figure 3-4-2a shows the formation of multi-layers
of polymer materials on PSES nanowires. After the
formation of the PSES nanowires, the surfaces of
nanowires were modified with azide
(poly(4-azidemethylstyrene))36 and alkyne (PSES)
containing polymers by a stepwise reaction. Figure 4b
shows AFM micrographs of the nanowires at each
stage of modification.Fragmentation of nanowires
caused by the modification conditions was not
confirmed in Figures 3-4-2bii and iii. The height
profiles of the nanowires at each step increased
(Figure 3-4-2b-iv) and were evaluated to be (a) 10.5
nm, (b) 11.8 nm, and (c) 13.8 nm by cross-sectional
measurements. When the catalysts, copper and base,
were not added, the height profile hardly changed (ft
was 10.3 nm). These results indicate that the
increasing height profile is not the result of physical
absorption of polymer materials but rather chemical
modifications by Click chemistry.
10c 2c0 3cc
Fisure 3-4-2. (a) J;:Tff";i mooiRcation ot
PSES nanowires with azide and alkyne containg
polymers by the Click reactions. (b-i) AFM micrograph
of nanowires fabricated by exposing films of 1100 nm
thickness to a 450 MeV 12exe25* beam at 3.0x108 ions
cm'. 1b-ii, b-iii) AFM micrographs of nanowires modified
with poly(4-azidestyrene) and PSES by the Click
reaction, respectively. (b-iv) Cross-sectional profiles of
nanowires based on PSES before and after
modification.
Fabrication of ID and 2D protein nanowires by
surface modiJication of PSES nanowires
Fabrication of I D-nanowires and 2D-arrays based
on bio-macromolecules was demonstrated utilizing the



















number of fabrication techniques of functional protein
nanowires have been reported, utilizing the
self-assembling ability of amyloid proteins3T'38 and
metal--organic protein frameworks.3e In contrast to
these techniques indicating their many positive
characteristics, control ofthe size and arrangement of
nanowires is challenging. Avidin is a protein
well-known for its extraordinary high affinity with
biotin (K6approximately 10-r5 M).40'4r In addition, the
biotinylation of the synthetic and bio-macromolecules
enables these materials to be immobilized through
avidin-biotin interactions for developing functional
biomaterials and their applications.o2'L3 ln order to
fabricate the lD-protein nanowires, avidin can be also
introduced to the surface of PSES nanowires by using
avidin-biotin affinity after the biotinylation reaction
(Figure 3-4-3a-i). Figures 3-4-3ii and iii show the
nanowires before and after modification of avidin,
respectively. The radii of the nanowires were
evaluated to be 16.4 nm and 27.1 nm respectively
from the cross-sectional profiles in Figure 3-4-3iv.
This value difference in the radii nearly corresponds
to the size of avidin.aa When the biotinylation process
was not carried out, the radius of the nanowires hardly
changed (r was 17.1 nm). These results indicate that a
mono-layer of avidin is formed on the surface of the
nanowire by the avidin-biotin interaction, as shown in
Figure 3-4-3v.
The combination of the arrangement and
modification techniques makes it feasible to design
and fabricate highly controlled composites on a
substrate (Figure 3-4-4i). After the arrangement of the
nanowires, the assembly structure is fixed on the
substrate. The PSES nanowires can thus produce not
only lD-protein nanowires, but also 2D-protein sheets
by modi$ing the assembly structure of the nanowires
(Figures 3-4-4ii and iii). After the modification,
straggles of the nanowires were confirmed. Avidin,
however, was modified and arranged in order of the
array of nanowires. To the best of our knowledge, this
is the first report of bio-macromolecular materials
ananging a protein onto highly controlled structures






















Figure 34-3. (D Scheme for fabrication of the protein
nanowires by using chemical modification and
avidin-biotin system. (iD AFM micrograph of nanowires
based on a PSES film prepared by exposure to 490
Mev 1e2os30+ particles at 1.0x108 ions cm-2. (iiD AFM
micrograph of modified nanowires. The surfaces were
modified with avidin. (iv) Cross-sectional profiles of
nanowires based on PSES before and after
modification. (v) A visualization of a
bio-macromolecular nanowire covered with avidin.
200 400 600
Horizontal Distance / nm
50
2D-nanowires
Before modifi cation (2D-nanowires)
After modification (Protein array)
Figure 344. (i) Scheme for fabrication of the
2D-protein sheets by modifying the assembly structure
of the nanowires. (ii) AFM micrograph of arrays of
nanowires prepared by exposing PSES film to 490 MeV
1s2os30+ particles at 1.0x108 ions cm-2. Development
was carried out in toluene for 5 min. (iiD AFM
micrograph of arrays of protein-modified nanowires.
The surface was modified with avidin.
3-5 Fabrication of nanowires based on
n-conjugated molecules
Section 3-2 indicated PSES showed high
cross-linking efficiency and gave the 'fine' nanowires
with high mechanical strength. It is demonstrated
phenyl acetylene unit in PSES has an important role to
improve the cross-linking reactions. Pentacen is one
of the most intensively studied organic materials about
the charge transporting properties. Due to its low
molecular weight, it is difficult to fabricate the
nanowires based on pentacene. To improve the
stability and solubility, silylethyne substituted
pentacens are reported and indicate the excellent
electronic performance. In this section, direct
fabrication of the pentacene naowires were performed
by using trialkylsilyl alkyne substituted pentacen
derivatives. Nanowires based on trialkylsilyl alkyne
substituted pentacens were confirmed by AFM
measurement. Furthermore, fabrication of nanowires
based on n-conjugated molecules, such as pyrene,
anthracene, and tetraphenylethylene were
demonstrated.
Experimental
General. Nuclear magnetic resonance (NMR)
spectra were collected using an NM-EXSP
instrument from JEOL Ltd. with chloroform-d as a
solvent and tetramethylsilane as an intemal standard.
6,13-Bis(triethylsilylethynyl)pentacene (299%o),
6, 1 3 -bis(tri isopropylsi lyl ethynyl)pentac ene (299Yo),
andpentacene-N-sulfi nyl+ert-butylcarbamate(99o/o)
were used as received from Sigma and Aldrich
Chemical Co. All other reagents and solvents were
purchased from Tokyo kasei kogyo Co. and Wako
Chemical Co. and used without further purification.
Pentacene derivatives was dissolved 9wt% in
chloroform, and spin-coated or drop-casted on Si
substrate. Pentacene film was prepared by UV
irradiation under acid generator and heating of
pentacene-N-sulfi nyl-terr-butylcarbamate following
by the reported procedure. The thickness of the films
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was confirmed by a Dektak 3st surface profiler. The
films of pentacene derivatives irradiated by the MeV
order charged particles from cyclotron accelerator at
Japan Atomic Energy Agency, Takasaki Advanced
Radiation Research Institute. The number of incident
particles was controlled from 1-5x108particles cm-2
to prevent overlapping of the particle trajectories.
The inadiated films were developed directly in
hexane for 10 to 30 s. The sizes and shapes of the
nanostructures produced along particle trajectories
were observed using a SPI-4000 atomic force
microscope (AFM) from Seiko Instruments Inc. The
loss of kinetic energy of ions due to penetration
through the polymer films was estimated using the
SRIM 2000 calculation code.
Synthesis.
4-(Propargyloxy)styrene. To a stined mixture of 2.30
g (19 mmol) of 4-hydroxystyrene, 8.60 g (38 mmol)
of potassium carbonate, and 0.62 g (3.3 mmol) of
18-crown-6 in 20 mL of acetone, a solution of 4.4 g
(29 mmol) of propargyl bromide in 4 mL of acetone
was slowly added. After the mixture was heated to
reflux for 20h, 20 mL of water was added. The
aqueous layer was extracted with dichloromethane
(20.0 mL x 3). The combined organic layers were
washed with brine, dried with anhydrous Na2SOa, and
concentrated in vacuo. The residue was purified by
column chromatography eluting with n-hexane and
ethyl acetate (100:1) to yield 1.31 g (80%) of
4-(propargyloxy)styrene as colorless liquid. 
'H NVIR
(270 MHz, CDCI3): 6 7.38 (d), 6.95 (d), 6.68 (dd),
5.65 (d), 5.17 (d), 4.70 (d),2.54 (t)
4-(Trimethylsilylpropargyloxy)styrene. To a
mixture of 5.4 mg (0.4 mmol) of silver chloride, 0.55
g (3.5 mmol) of 4-(propargyloxy)styrene and 0.65 g
(4.3 mmol) DBU in 20 mL of dichloromethane, 0.49 g
(4.5mmol) trimethylsilyl chloride were slowly
dropped. After the mixture was heated to reflux for
28h, the reaction mixture was cooled to room
temperature and passed the celite pad with 20 mL of
n-hexane.water w€ts added. The aqueous layer was
extracted with dichloromethane (20.0 mL x 3). The
combined organic layers were washed with brine,
dried with anhydrous Na2SOa, and concentrated in
vacuo. The residue was purified by column
chromatography eluting with n-hexane and ethyl
acetate (100:1) to yield 0.67 g (79%) of
4-(3'-Trimethylsilylpropargyloxy)styrene as colorless
liquid. tH NMR (270 MHz, CDC[3): 6 7.35 (d), 6.95
(d),6.67 (dd),5.62 (d),5.14 (d),4.69 (s),0.18 (s)
Poly [styren e-co -4-(trimethylsilylpropa rgyloxy)ethy
nylstyrenel. A solution of
N+ e r t -Buty l-N-(2 -methyl- I -phenylpropyl)-O-( I -phen
ylethyl)hydroxylamine (40.3 frg, 0.075 mmol),
styrene (2.56 g, 24.5 mmol) and
4-(trimethylsilylpropargyloxy)ethynylstyrene, (1.87 g,
8.2 mmol) was degassed and heated at 125 oC under
Nz. After 20 h, the solution was dissolved in THF and
precipitated twice in 2-propanol to yield
PolyIstyrene - c o -4 -(trimethyl si lylpropargyloxy)ethyny
lstyrenel as a white powder (1.02 g, M : 14,200
g/mol, PDI = 1.52). tH NMR (270 MHz, CDCI3): d
6.2-6.8(m), 4.59(s), 1 . 1 -2. I (m), 0. I 8(s)
Poly(styren e- co - 4-ethynylstyrene).
Poly Istyrene - c o - 4 -(trimethylsilyl propargyloxy)ethynyl
styrenel was dissolved in 20 mL anhydrous THF. To
this suspension at 0 oC, tetrabutylammonium fluoride
(l M in THF, 10.5 mL) was slowly added over 20 min.
The reaction mixture was stirred for 30 min at 0 'C.
The solution was concentrated and precipitated twice
in 2-propanol and methanol to give PSES as a white
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NMR (270 MHz, CDCI3): 6 6.2-7.0(m), 4.63(s),
2.s(bs) 1.1-2.1(m)
Scheme 3 2¨‐3.       Synthesis
9,1O-Di(trimethylsilanylethynyl)anthracene. To a
stirred mixture of 1.1 g (3 mmol) of
9,10-dibromoanthracene, 200 mg (l mmol) of Cul,
720 mg (1 mmol) of
bis(triphenylphosphine)palladium(lI)chloride in 15
mL of THF, and l0 mL of N,N-diisopropylethylamine,
a solution of 1.4 g (10 mmol) of triethylsilylacetylene
in 3 mL of THF was added dropwise over 30 min. The
mixture was refluxed for 12 hours and the solvent was
evaporated. The obtained brown crude product was
purified by column chromatography eluting with
n-hexane to give a solid. The residue was purified by
recrystallization with ethanol to yield 626 mg (42 %)
of 9,10-di(trimethylsilanylethynyl)anthracene as
yellow solid.
1,3,6r8-Tetrabromopyrene. To a stirred solution of
pyrene (3 g, 14.8 mmol) in 20 mL of nitrobenzene at
0 oC, bromine (3.87 mL, 75 mmol) was added
dropwise over 20 min. The solution was refluxed for 3
hours. The resulting solution was poured into water,
and the precipitate was filtered and washed with
ethanol. The obtained yellow crude product was
purified by column chromatography eluting with
n-hexane to give 1,3,6,8-tetrabromopyrene as a pale
yellow solid of 6.96 g (gO%).'H NMR (400 MHz,
CDCI3): 6 8.44 (s,2H),8.42 (s,4H)
1,3,6r8-Tetrakis(trimethylsilanylethynyl)pyrene. To
a stirred mixture of 500 mg (1.0 mmol) of
1,3,6,8-tetrabromopyrene,60 mg (0.32 mmol) of CuI,
216 mg (0.32 mmol) of
bis(triphenylphosphine)palladium(Il)chloride in 8 mL
of THF, and 4 mL of N,N-diisopropylethylamine, a
solution of 588 mg (6.0 mmol) of
trimethylsilylacetylene in 4 mL of THF was added
dropwise over 30 min. The mixture was stirred for 8
hours at 50 oC and the solvent was evaporated. The
obtained brown crude product was purified by column
9,10-Di(trimethylsilanylethynyl)anthracene. To a
stined mixture of 1ll mg (0.3 mmol) of
9, 1 0-dibromoanthracene, 20 mg (0. I mmol) of CuI, 7 2
mg (0.1 mmol) of
bis(triphenylphosphine)palladium(Il)chloride in 2 mL
of THF, and 2 mL of {1/-diisopropylethylamine, a
solution of 98 mg (1.0 mmol) of
trimethylsilylacetylene in 2 mL of THF was added
dropwise over 10 min. The mixture was refluxed for 8
hours and the solvent was evaporated. The obtained
brown crude product was purified by column
chromatography eluting with n-hexane to give a solid.
The residue was purified by recrystallization with
ethanol to yield 96 mg (78 %) of
9,10-di(trimethylsilanylethynyl)anthracene as yellow
solid. rH NMR (400 MHa cDCl3): 6 8.59-8.57 (dd,
J:3.35 Hz, 6.7, 4H),7.63-7.60 (dd, J:3.35 Hz, 6.7,
4H),0.43 (s, 18H)
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chromatography eluting with n-hexane to give a red
solid. The residue was purified by recrystallization
with r-hexane/ethanol to yield 370 mg (65 o/o) of
1,3,6,8-tetrakis(trimethylsilanylethynyl)pyrene as red
solid. lH NMR (400 MHz, cDClr): 6 8.58 (s, 4H),
8.30 (s, 2H), 0.39 (s, 36H)
1,3,6,8-tetrakis(triethylsilanylethynyl)pyrene. To a
stirred mixture of 500 mg (1.0 mmol) of
1,3,6,8-tetrabromopyrene, 60 mg (0.32 mmol) of CuI,
216 mg Q.32 mmol) of
bis(triphenylphosphine)palladium(Il)chloride in 8 mL
of THF, and 4 mL of N,N-diisopropylethylamine, a
solution of 840 mg (6.0 mmol) of
triethylsilylacetylene in 4 mL of THF was added
dropwise over 30 min. The mixture was stirred for 8
hours at 50 "C and the solvent was evaporated. The
obtained brown crude product was purified by column
chromatogtaphy eluting with n-hexane to give a red
solid. The residue was purified by recrystallization
with r-hexane/ethanol to yield 426 mg (59 %) of
1,3,6,8-tetrakis(triethylsilanylethynyl)pyrene as red
solid.
Scheme 3-24. Synthesis of ethynyl functionalized
anthracene and pyrene.
Tetrakis(4-bromophenyl)ethylene. To a
tetraphenylethylene (5.1 g, l5.l mmol) at 0 "C,
bromine (7.64 mL, 143.32 mmol) was added dropwise
over 20 min. The reaction mixture was stirred for 2
days at room temperature. The reaction was quenched
with NazSzO3 and extracted with chloroform (20 mL x
3). The combined organic layers were washed with
brine, dried with anhydrous Na2SOa, and concentrated
in vacuo. The residue was purified by recrystallization
with chloroform/methanol to yield 8.0 g (80 %) of
tetrakis(4-bromophenyl)ethylene as white crystals. rH
NMR (400 MHz, CDCI:): 6 6.85 (d, J = 8.56 Hz, 8H),
7.26(d,J=8.56 Hz,8H).
Tetra kis(4-trimethylsila nylethynylphenyl)ethylene.
(procedure 1) To a stirred mixture of 500 mg (1.0
mmol) of tetrakis(4-bromophenyl)ethylene, 60 mg
(0.32 mmol) of CuI, 216 mg (0.32 mmol) of
bis(triphenylphosphine)palladium(Il)chloride in 8 mL
of THB and 4 mL of N,N-diisopropylethylamine, a
solution of 588 mg (6.0 mmol) of
trimethylsilylacetylene in 4 mL of THF was added
dropwise over 30 min. The mixture was stirred for 8
hours at 50 oC and the solvent was evaporated. The
obtained brown crude product was purified by column
chromatography eluting with n-hexane to give a red
solid. The residue was purified by recrystallization
with r-hexane/ethanol to yield 185 mg (33 %) of
tetraki s(4-trimethylsilanylethynylphenyl)ethylene as
red solid. tH NMR (400MH2, cDCl:): 6 7.18 (d, 8H),
6.86 (d, 8H),0.22 (s,36H)
4,4'-Bis(trimethylsilyl)benzophenone. To a stined
mixture of 1.7 g (10 mmol) of
4,4'-dibromobenzophenone, 60 mg (0.32 mmol) of
CuI, 216 mg (0.32 mmol) of
bis(triphenylphosphine)palladium(II)chloride in 20
mL of THF, and 4 mL of N,N-diisopropylethylamine,
a solution of 3.3 g Qa.O mmol) of
triethylsilylacetylene in 4 mL of THF was added
dropwise over 30 min. The mixture was stirred for 8
hours at 50 oC and the solvent was evaporated. The
crude product was purified by column






mixture (100:1 by volume) as eluent. White solid of 2
was obtained to yield in 1.65 g (90%)'H t tl,m. 1+OO
MHz, CDCI): 67.69 (d,4H),7.54 (d,4H),
0.27 (s, 18H).
Tetrakis(4-trimethylsilanylethynylphenyl)ethylene.
(procedure 2)To a mixture of 0.59 g (0.04 mmol) of
4,4'-Bis(trimethylsilyl)benzophenone, 0.31 g (4.8
mmol) of zinc powder in 20 mL of dry THF, 0.45 g
(2.4 mmol) of TiCl4 was slowly added at 0'C. The
reaction mixture was refluxed for 23 h. The residue
was washed with diethyl ether. After most of the
solvent was evaporated, the filtrate was poured into 1
M HCI solution (50 mL) and extracted by
dichloromethane (20 mlx3). The organic layer was
combined and washed with brine and water and then
dried over MgSOa. After filtration and solvent
evaporation, the crude product was purified by
column chromatography using petroleum ether as
eluent to yield 0.43 mg (75 %) of
tetrakis(4-trimethylsilanylethynylphenyl)ethylene as
red solid. tH NIr,m. (400 MHz, CDCI:): 6 7.18 (d, 8H),
6.86 (d, 8H),0.22 (s,36H)
Scheme 3-2-5. Synthesis of
poly(styrene-co-4-trimethyl- silylethynylstyrene)
Cross-linking point of PSES
PSES showed high cross-linking efficiency and
gave the ofine' nanowires with high mechanical
strength. In order to understand the cross-linking
mechanism of PSES, the effects of chemical
modification to the cross-linking efficiencies were
evaluated by using polystyrene derivatives including
the ethynyl group in polymer backbones. A drastic
decrease in the cross-linking efficiency was confirmed
when ethynyl groups were capped with silyl groups
(poly[styrene-co-4-(trimethylsilyl)ethynylstyrene] I 8;
G(x) >1.8) (Figure 3-5-1-a) and conjugation between
phenyl and ethynyl groups was broken
(poly Istyren e- c o - 4 -(trimethylsi lylpropargyloxy)styren
el32; G(x) as > 0.5) (Figure 3-5-1-b).
(a)
Figure 3-5-1, AFM micrographs of nanowires based
on (a) poly(styrene-co-4-trimethyl- silylethynylstyrene)
and (b)
poly(styrene-co-4{rimethylsilylpropargyloxystyrene)
films prepared by exposing films to 480 MeV 1e2Os30+
particles at 4.0x108 ions cm-2.
Especially, in the case Of
po lyfstyrene - c o- 4 -(trimethylsi lylpropargyloxy)styrene
l, the cross-linking efficiency was even equal in the
case of polysfyrene; G(x) as > 0.4. These results
indicate that terminal part of alkyne in PSES dominate
Prccedurc I 







the cross-linking reactions in fabrication process of
nanowires. Moreover, introduction of alkyne groups
into the styrene backbone and expansion of
conjugated systems significantly enhance the
cross-linking efiiciency and result in fabrication of
nanowires with high mechanical strength.
F abric ation of pentac ene nanowir e s
l-D nano-sized materials such as carbon
nanotubes have attracted much attention as ideal
quantum wires for future manufacturing techniques of
nano-scaled optoelectronic devices. However, it is still
difficult to control the sizes, spatial distribution, or
position of nanotubes by conventional synthetic
techniques to date. The films of pentacen and its
derivatives (Figure 3-5-2) were irradiated and
observed by AFM measurement. The nanowires based
on TES and TlPS-pentacene (Figure 3-5-2-a, b) were
confirmed as shown in figure 3-5-3. On the other hand,
simple inadiation to pentacene (Figure 3-5-2-c) and
photo-pattemable pentacene derivatives:
(Figurep entac ene-iy'- sllftny 11 e r t -butyl carbamate
3-5-2-d) films produced no nanostructures. This result
indicates that alkyne moieties in the pentacene
derivatives improve the cross-linking reactions and
help the fabrication of nanowires. The terminal alkyne,
especially, ethynylbenzene unit generates the radical
intermediates under high pressure and temperature, or
UV inadiation, and produces various adduct induced
radical reactions. Therefore, inadiation of swift heavy
ions was expected to promote the cross-linking
reaction leading to fabrication of lD-nanostructures
based on TES and TlPS-pentacene.
Figure 3-5-2. The chemical structures of the pentacene
and functional pentacene derivatives invesligated in
this study: (a) 6,13-Bis(triisopropylsilylethynyl)pentace-
ne: TIPS-pentacene, (b) 6,13-Bis(triethylsilylethynyl)pe-
ntacene: TES-pentacene, (c) pentacene, and (d)
pentacene-N-su lfi nyl-ferf-butylca rbamate.
Figure 3-5-3. AFM micrographs of the nanowires based
on (a, b) TES-pentacene and (c, d) TlPS-pentacene
fabricated by irradiation of 490 MeV 1e2os30+ particles at
1.0x10e ions cm-2, respectively. Development was
performed by hexane for 5 s.
(1)輸
Figure 3-54. (a)An AFM micrograph of nanowires
based on TES-pentacene. (b)Cross-sectional profiles of
the nanowires on Si substrate based on
TES-pentacene produced by SPNT. The profile was
measured at the position indicated by lines in the
corresponding AFM image.
Figure 3-5-3b shows the cross-sectional profile of
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the nanowire based on TES-pentacene. The profile
was measured on the line in figure 3-5-3a. After the
development process, the cross-sections of nanowire
on the substrate are elliptically deformed. Therefore,
the radii of nanowires are calculated by applying the
ellipse model to cross-sections of nanowires (figure
2(c)). The values of 11 and 12 dta defined as the
half-width and haltheight of at half-maximum of the
cross-sections of nanowires, respectively. The radius
of the nanowires based on the TES pentacene and
TlPS-pentacene were calculated as 4.5 and 4.2 rrn,
respectively.
In general, deprotection of trialkylsilyl groups are
performed with acids, bases, or fluorides. The relative
stability of trialkylsilyl protection can be controlled by
changing the size of alkyl chains. TIPS group
indicates higher resistance for these conditions than
TES group. Therefore, it is expected TIPS group
regulate the generation of radical intermediates and
promotion of the cross-linking reactions.
In contrast to TES and TlPS-pentacene nanowires
show the low mechanical strength. The length and
number density of nanowires fabricated by the SPNT
are completely controlled the initial film thickness and
the number incident particles, respectively. The size
control of TES and TlPS-pentacene nanowires was
difficult because the fraementation of nanowires was
often confirmed.
F abric ation of ethynyl-functi onalize d n-mole cule s
Introduction of ethynyl group leaded to the
formation of nanowires based on pentacene
derivatives: TES and TIPS pentacenes. A numerous
number of zr-conjugated molecules with excellent
properties have been synthesized and evaluated in
organic electronics research4e,50. Furthermore, 1D
nanostructures (nanowires, nanobelts, and nanotubes)
based on rc-conjugated materials have been attracted
in nano-science, organic field-effect transistors5l,
organic photovoltaicssz, and biosensorsss. Various
methods for assembling the molecules or polymers
into lD nanostructures are reported. But, it is
challenging to fabricate the lD nanostructures based
on n-conjugated small molecules. Sonogashira
reaction is a well known cross-coupling reaction
between a terminal alkyne and an aryl halide by using
palladium catalystsa. This reaction can be carried out
under mild conditions and proceed in high yields.
Therefore, ethynyl functional r-conjugated molecules
can be easily synthesized from trialkyl silyl protected
acetylene. In this section, fabrication of nanowires
based on zr-conjugated molecules, such as pyrene,
anthracene, and tetraphenylethylene were
demonstrated.
町1司|へ Ⅲ~|~
Figure 3-5-5. The chemical structures of ethynyl
functionalized molecules: (a)9,1 0-Bis(triethylsilylethyny-
l)anthracene: TES-anthracene, (b)tetrakis((4-(trimethyl-
silyl)ethynyl)phenyl)ethylene: TMS-TPE, and (c)1,3,6,8-
tetrakis(triethylsilylethynyl-)pyrene: TES-pyrene. AFM
micrographs of nanowires based on ethynyl
functionalized molecules (a-c) were prepared by
exposing films to 480 MeV 1s2os30+ particles.
The size of trialkylsilyl groups affects not only the
cross-linking efficiency but also the solubility of the
ethynyl derivatives. Trimethylsilyl mediated
tetraphenylethylene: TMS-TPE gave the uniform thin
film from the chloroform solution by the spin-casted
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method. On the other hand, both trimethylsilyl
mediated anthracene and pyrene didn't form the
amorphous film because of their high crystallinity.
Therefore, fabrication of the nanostructures based on
the anthracene and pyrene were performed by using
triethvlsilvl mediated derivatives. All the ethynyl
functionalized molecules were successfully utilized in
the fabrication of 1D-nanostructures by SPNT (figure
3-5-5). But, the length and number density control of
nanostructures were difficult. The radii of nanowires
were evaluated by the AFM measurements, and all the
molecules gave the thin nanowires (table 3-5-l).
Table 3‐5‐1. The value of cross―seCtiOnal radius of nanowires based on ethynyi functiona!ized compounds
fabricated by the SPNT
TES-anthracene TMS‐TPE TES-pyrene
Radius r (nm) 24a 18b 17a




polymerized controlling the molecular weight and
dispersity by nitroxide-mediated radical
polymerization. PSES wun successfully utilized in
the fabrication of lD-nanostructures by SPNT.
Pendant alkyne moieties enhanced the
cross-linking efficiency and mechanical strength,
which is not comparable with those observed for
other synthetic polymers. Due to high mechanical
strength of PSES nanowires, the length, number
density, and radius of PSES nanowires can be
controlled by the initial film thickness, the number
of incident particles, and linear energy transfer,
respectively. Especially, in length control of
nanowires, the maximum aspect ratio of the PSES
nanowire reached 
-750, which is a high value
compared to the case of using the negative type
photo-resist SU-8.
The PSES nanowires fabricated by SPNT have
flexibility because they are in the form of
nanosized gel induced by cross-linking reactions
among the polymer chains. Thus, the arrangement
of the nanowires is affected by the development
conditions and length of the nanowires. The
orientation of PSES nanowires can be controlled
by the development procedure in the case of
nanowires less than 8 lrm in length. The
development solvents used also affect the
arrangement of nanowires. Three aggregation
structures ('olinear", "sheet", and "network") of the
PSES nanowires with lengths of 8 pm could be
controlled by changing the development solvents.
The functionality of alkyne groups on the
surface of PSES nanowires was also preserved,
and alkyne moieties quantitatively reacted with the
azide compounds via copper (I)-catalyzed
1,3-dipolar cycloaddition called Click chemistry.
PSES nanowire surfaces can be modified by
various kinds of functional materials using Click
chemistry. Fabrication of 1D-nanowires and
2D-anays based on bio-macromolecules was
demonstrated utilizing the Click reactions and
avidin-biotin interactions. SPNT with the
"top-down" technique was thus successfully used





maintained the function of the base material.
Furthermore, the surface of the nanowires can
acquire any functionality using chemical and
biological modifications. This overlap represents a
step in fusing "top-down" and "bottom-up"
approaches, providing the foundation for the
development of a new strategy for the architectures
of nanosized functional materials via radiation
chemistry.
On the other hand, due to high cross-linking
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of phenyl acetylene group, direct
of nanowires based on functional
was demonstrated without usins
self-assembling. The lD-nanostructures based on
pentacene was successfully fabricated by
introducing the silyl protected ethynyl groups to
pentacene backbone. Ethynyl groups improved and
increased the cross-linking efficiency of pentacene.
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A high energy particle can deposit the extremely
high energy and induce the non-homogeneous
reaction in limited space along its trajectory. This
energy deposition area called as 'ion track' gives
high densely active intermediates in the target
materials. These energy deposition events
fundamentally differ from other low LET radiation,
such as electron bean, y ray. Nanowires formed in
several kinds of polymers were successfully
prepared for the first time under high LET ion
beams. The formation of nanowires based on
bio-macromolecules and synthetic polymer was
performed, and functionalization of nanowires by
using surface modifi cation.
Human serum albumin (HSA) was successfully
utilized in the fabrication of lD-nanostructures by
SPNT without using complicated chemically
synthetic or biological procedures. Protein
nanowires were confirmed from the film based on
some proteins. Especially, HSA showed the high
cross-linking efficiency, which is comparable with
crossJinking type synthetic polymers for radiation.
Due to high cross-linking efficiency of HSA, the
length, number density, and radius of HSA
nanowires can be controlled by the initial film
thickness, the number of incident particles, and
linear energy transfeq respectively. In length
control of nanowires, the maximum length of
nanowife reached 8 pm. The successful size
control of protein nanowires was demonstrated that
HSA was appropriate material for SPNT. On the
other hand, hydrolysis of HSA nanowires by
trypsin triggered the fragmentation of nanowires,
and finally, nanowires were completely
decomposed. These results revealed HSA
nanowires retained the specific sequence of
peptide structures. Moreover, preservation of the
function of protein nanowires was demonstrated by
surface modification of avidin-HSA nanowires
with dibiotinyl linker and avidin. These results
indicated that the proteins on the surface of
nanowires have minimum amounts of cross-links.
(Chapter 1)
Fabrication of functional nanowires was
performed by using the mixture film based on
functional materials (Au nanoparticles and
cyclodextrin) and cross-linking type polymer for
radiation. Especially, CD containing nanowires
improved the sensitivity of QCM sensors for
chemical compounds. Blended techniques
indicated the feasibility of SPNT to direct
formation of various functional nanowires with
facile procedure. On the other hand, size control of
nanowires and improvement of cross-linking
efficiencies were succeeded by using chemical
modification of polymer materials and y ray
inadiation. (Chapter 2)
Acetylene functionalized polystyrene (PSES)
was successfully utilized in the fabrication of
I D-nanostructures by SPNT. Pendant alkyne
moieties enhanced the cross-linking effrciency and
mechanical strength, which is not comparable with
those observed for other synthetic polymers. Due
to high cross-linking efficiency, arrangement and
aggregation structures of the PSES nanowires
could be controlled. On the other hand, the
functionality of alkyne groups on the surface of
PSES nanowires was also preserved, and alkyne
moieties quantitatively reacted with the azide
compounds via Click chemistry leading to the
fabrication of I D-protein nanowires and
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2D-protein arrays. Moreoveg due to high
cross-linking efficiency of phenyl acetylene group,
direct formation of nanowires based on functional
molecules was demonstrated without using
self-assembling. The 1D-nanostructures based on
pentacene was successfully fabricated by
introducing the silyl protected ethynyl groups to
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